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SPECTROGRAPHIC STUDIES: ELECTRON-INDUCED LUMINESCENCE 

I N  OPTICAL  MATERIALS 
" 

ByLJohn Romanko, J. KO Miles, and P o  R. Cheever 
GENERAL  DYNAMICS 

Convair  Aerospace  Division 
Fort  Worth Operation 

SUMMARY 

An experimental   investigation w a s  conducted t o  measure t h e  
luminescence  induced  by  high-energy  electrons  in  uv-transmitting 
f ace   p l a t e  materials for   op t ica l   ins t ruments .   Spec t ra l  lumi- 
nescence was  recorded  in   the uv  wavelength  range from the  l i t h i u m  
f l u o r i d e   c u t o f f   t o   t h e   n e a r   v i s i b l e  a t  resolutions  of 0.8 nm and 
1.6 nm u t i l i z i n g  a high-aperture  plane-grating  spectrograph. 
Electron  i r radiat ions were performed a t  energies  of  1/2, 1, 2 
and 3 MeV a t  fluxes from 6.63 x 1O1O t o  5.30 x 10l2  electrons/ 
cm2-sec. Line  spectra characteristic of   exci ted  s i l icon,   a lumi-  
num, boron,  and  lead were observed  in  electron-irradiated  Corning 
7740. A l l  other  samples showed only  continuous  luminescence. 
Prel iminary  spectral   densi ty   plots  show t h a t  the  induced  con- 
tinuous  luminescence  covers  the  range from approximately  the 
short  wavelength  transmission l i m i t  of each material t o  t h e  
v i s ib l e   r eg ion ,   dec reas ing   i n   t o t a l   i n t ens i ty  by material i n  t h e  
following  order:  sapphire,  LiF, MgF2, f u s e d   s i l i c a s ,  and  Corning 
glasses.  The absolute  spectral luminescence  intensity as a 
function  of  various  electron beam and  sample  parameters awaits 
ca l ib ra t ion  and data  reduction  of t h e  f inal   spectroscopic   plates .  
A 38 C i  Srg0-Y90 Eerenkov  uv radiat ion  source w a s  designed  and 
f ab r i ca t ed   fo r   u se   i n   t hese   ca l ib ra t ions .  

INTRODUCTION 

Transparent  optical  materials f ind  a v a r i e t y  of appl icat ions 
in   space  missions:   the   bulk materials are used as refractive 
components of  navigational  control  systems  such as star t rackers ,  
as windows of  photomultiplier  tubes,  and as camera lenses.  The 
th in  f i l m  materials are used as transparent  protectfve  covers 
f o r   s o l a r  ce l l s  and reflective opt ics  of telescopes  and  other 
sc ien t i f ic   ins t ruments .  

1 
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t ive 
The program descr ibed  herein was i n i t i a t e d   w i t h  t h e  objec- 
of conducting an experimental   and  analytical  program to  

determine  the  extent of luminescence  induced  by  high-energy 
cha rged   pa r t i c l e s   i n   t he   u l t r av io l e t   r eg ion  of the  electracaagnetic 
spectrum i n  uv   t ransmi t t ing   op t ica l  materials. This was a con- 
t inua t ion  of a program  concerning  measurements made in   t he   r ange  
from 350 t o  650 nm on materials used   p r imar i ly   i n  t h e  visible 
region (Ref .  1). 

The imperative  need  for  luminescence  data  in t h e  vacuum 
ultraviolet  region  cannot  be  overemphasized  in,  for  example,  the 
Orbital  Astronomical  Observatory (OAO) program i n  which de ta i l ed  
stellar maps of t h e  u l t rav io le t   por t ion   o f   the   e lec t romagnet ic  
spectrum w i l l  be  obtained (Ref .  2 ) .   S ince   the   in tens i ty  04 t h e  
Cerenkov  component of luminescence varies as (wavelength)' 
(Ref. 3) ,  it w i l l  be  dominant i n  the u l t rav io le t   reg ion .   Also ,  
with new families of   photomult ipl iers  now ava i l ab le   w i th  res- 
ponses down t o  120 m, measurements were des i red   o f  th.e lumines- 
cence  generated  in   the  ul t raviolet   wavelength  region  in   typical  
window materials employed i n   t h e s e  new phototubes. 

A review  of  the  subject matter a v a i l a b l e   i n   t h e  open litera- 
t u r e   p r i o r   t o   i n i t i a t i o n  of t h e   o r i g i n a l  program  revealed  the 
dearth  of  practical   luminescence  data  required  for  adequate 
se l ec t ion  of o p t i c a l  materials for  space  application.  Although 
a number of  excellent  studies  have  been  performed t o   d a t e  
(Refs. 4 through a ) ,  as i s  summarized succinct ly   in   Reference 1, 
the   l i t e r a tu re   su rvey  showed l i t t l e  information on the  general  
subject   of   luminescence  induced  in   charged-part ic le   i r radiated 
materials fo r   op t i ca l   u se .  Moreover, t he re  are p r a c t i c a l l y  no 
quant i ta t ive   da ta   repor ted  on t h e  relative contr ibut ions of t h e  
various mechanisms involved. The l imited  information  avai lable  
is usually  of  th.e  "broad band pass"  type  covering  large wave- 
length  intervals ,   thus   obscuring  the  spectral   dependence  of   the 
luminescence,  and  hence t h e  underlying mechanisms . 

It is t r u e   t h a t  a number of studies  (Refs.  7 through. 9 )  
have  been  devoted specifically  to  measuring  the  luminescence 
radiat ion  generated  in   mult ipl ier   phototubes  of  star t rackers ;  
however, these da ta  are limited  in  scope  and t h e  luminescence 
values are no t   r ep   r t ed   i n  terms of a d i f f e r e n t i a l   i n t e n s i t y  
un i t  (nanowatts/cm5-steradian-nanometer of  wavelength  interval) . 
The data   genera ted   in   th i s  program  would be more s u i t a b l e   i n  
predict ing t h e  background  response  of a multiplier  phototube 
sub jec t ed   t o   i r r ad ia t ion  w i t h  charged  par t ic les .  
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The background  noise (i.e., anode  dark  current)   ar is ing 
from the luminescence  induced i n   t h e   f a c e   p l a t e s  and g l a s s  enve- 
lopes   in   i r rad ia ted   mul t ip l ie r   photo tubes   can   severe ly   impai r  
t he i r   func t ion ing   i n  a r ad ia t ion  environment. S ta r   t rackers   can  
be  vulnerable  to  the  indigenous and a r t i f i c i a l   r a d i a t i o n   b e l t s  

bp causing  the  p.ossible cri t ical  degradation  or  complete  loss  of 
I the   control .and  point ing  accuracies   of   space  systems  l ike  the OAO. 

Also, radiation-induced  luminescence has probably been responsible  
for  high  backgrounds  observed from space  experiments  such as t h e  
ph.otometer  experiments  measuring  airglow  aboard  the  second 
Orbital  Geophysical  Observatory (OGO-11) (Ref. 9 ) .  

The purpose of t h e  program  described  in t h i s  repor t  was 
manifold: 

(1) t o  measure  the  spectral   distribution  of  the  charged- 
p a r t i c l e  induced  luminescence i n   s e l e c t e d  uv t rans-  
m i t t i n g   o p t i c a l  materials i n  t h e  u l t r a v i o l e t  wave- 
length  region  in  terms of an  i r radiance  s tandard 
using a spectrographic  technique  employing  photo- 
graphic  recording; 

(2) to  determine t h e  dependence  of t h i s  luminescence 
r ad ia t ion  on t h e  important  parameters  describing 
t h e  charged  par t ic les ,   including  par t ic le   type,  
energy  and  flux,  and on t h e  parameters of t h e  irra- 
d i a t ed  material, including  sample  type,  thickness 
and temperature; 

(3 )  t o  deduce, where possible ,  t h e  re la t ive   cont r ibu-  
t i ons  of t h e  various  luminescence mechanisms t o  
a id   in   descr ib ing  t h e  response  of a mul t ip l i e r  
phototube  operating  in a charged-particle  radia- 
t i o n   f i e l d .  

The luminescence mechanisms include t h e  Cerenkov e f f e c t ,  
r ad ia t ive   de -exc i t a t im   o f  t h e  exci ted la t t ice  by charged- 
p a r t i c l e   e x c i t a t i o n  and ion iza t ion   e f f ec t s ,  and r a d i a t i v e  de- 
exc i t a t ion  of  excited  impurity  centers and radiation-induced 
color   centers .  A comprehensive  treatment  of these various lumi- 
nescence phenomena occurr ing   in  charged-particle-irradiated 
t ransparent   op t ica l  materials is given  in  Reference  10. 

It was deemed des i rab le   to   thermosta t  and  monitor t h e  tem- 
perature  of t h e  i r r a d i a t e d  samples in   o rder  to  con t ro l  and  study 
possible  thermal annealing phenomena. As i s  apparent from an 
analysis   of  t h e  data   obtained  in  t h e  visible  wavelength  region on 
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ambient  samples (Ref .  l), a number of  unexplained  anomalies  could 
be   genera l ly   a t t r ibu ted   to   t empera ture   e f fec ts   in  t h e  i r r a d i a t e d  
samples. 

It was a l so   des i r ab le   t o   conduc t   i r r ad ia t ions  a t  f lux  levels 
lower  than  used-in t h e  v i s i b l e  program i n   o r d e r   t o   e s t a b l i s h  t h e  
r e l a t ionsh ip  between data   obtained  in   accelerated tests to   t hose  
obtained  in  tests simulating more closely  the  expected  dose rates 
in  space.  Lower dose rates would also  reduce t h e  hea t ing   e f fec t  
i n  t h e  samples. 

The usefulness  of t h e  da t a   i n  any pract ical   design  considera-  
t ion  can  be  great ly  expanded by i r r a d i a t i n g  t h e  samples a t  ener- 
g ies  less than 1 MeV, t h e  low-energy limit used i n  t h e  v i s i b l e  
program.  Extending t h e  energy  range down t o  0.5 MeV would y i e l d  
da ta  more representat ive  of  t h e  p a r t i c l e   e n e r g i e s   o f   i n t e r e s t   t o  
t he  OAO program, f o r  example. 

The mater ia l s   inves t iga ted  were Spec t ros i l  B; Supras i l  11; 
uv grade  sapphire, MgF2, and LiF;  and  Corning  types  9741,  7056, 
7740 and 0080. 

The luminescence  radiat ion  intensi t ies   of  t h e  above mater ia l s ,  
a f t e r   c a l i b r a t i o n  and  data  reduction  of t h e  f i n a l   p l a t e s ,  w i l l  be 
repor ted   in   un i t s   o f  nanowatts/cm2-steradian-nanometer of wave- 
length   in te rva l .  The charged  par t ic les  are electrons  of   energies  
k, 1, 2 and 3 MeV, a t  fluxes up t o  5.3 x 10l2  e/cm2-sec. 

Specif ic  recommendations are presented  concerning  calibra- 
t i o n  and data  reduction  of t h e  f i n a l  plates and fo r   add i t iona l  
experimental   studies  designed  to  extend t h e  measurements i n t o  
the  infrared  wavelength  region. 

SPECTROGRAPHIC TECHNIQUE FOR LUMINESCENCE 
MEASUREMENTS 

The Fort  Worth operation has pioneered  in  t h e  area of t h e  
spectrographic method of  recording  spectral   data on luminescence 
generated  in   charged-part ic le- i r radiated  t ransparent   opt ical  
materials since  October 1966  under a company-sponsored study 
concerning a Jupiter  fly-by  mission  (Ref. 6).  Studies by others  
i n  t h i s  f i e l d  have  been  previously  limited  in  scope  due  to  the 
a v a i l a b i l i t y  of  spectrographs  of  only low light-gathering-power 
which  would record  only  intense  ( l ine)  luminescence  radiation. 
Also, a l a rge  number of these u t i l i z e d  monochromator techniques 
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loying  photomultiplier  detectors.  Examples of  the  spectro- 
phic  and monochromator techniques are given  in  References 

11 through  19, t h e  r e s u l t s  of  which are summarized i n  Reference 1. 

S i n c e   t h e   i n i t i a t i o n  of the   p resent   cont rac t  work, t h e  
:. spectrographicxtechnique has been v a s t l y  improved  and  extended 1"; 
1 i n  scope  culmfnating  in  the  equipment  design  described  in t h e  

next   sect ion.  

In  principle,   this  technique  possesses  advantages  over 
other  techniques:  in  the  photographic  recording mode, no 
electronic  equipment is  used  and t h e  direct  photographic  record 
i s  permanent  and  ready fo r   ana lys i s  by t h e  re la t ive ly   s imple  
technique  of  densitometry.  If  the  bremsstrahlung  produced by 
t h e  sample i n  t h e  e l ec t ron  beam is not   too   in tense ,   resu l tan t  
fogging  of t h e  ph.otographic  emulsion is  not  of any  consequence 
and t h e  luminescence  produced i n   t h e  sample by t h e  high-energy 
charged  par t ic les  w i l l  be  recorded  over  this  background. 

Luminescence da ta  i s  ob ta inab le   i n   s i t u ,   du r ing   t he  irra- 
d ia t ion  of t h e  o p t i c a l  sample, a t  which time t h e  photon  emission 
is  a t  i ts  maximum. 

The luminescence  data  so-obtained i s  spec t ra l   da ta ,   y ie ld-  
ing  intensity  of  luminescence  versus  wavelength  over a l a r g e  
range  covering t h e  u l t r a v i o l e t ,   v i s i b l e  and near  infrared  regions; 
the  spectral   range  recorded i s  l imited  only by t h e  s p e c t r a l  res- 
ponse limits of t h e  op t i c s  of spectrograph  and by t h e  limits of 
s e n s i t i v i t y  of t h e  photographic  emulsions of the   spectroscopic  
p l a t e s .  

This   spectrographic   technique  permits   analysis   of   s t ructure  
in   the   spec t ra   to   de te rmine  t h e  luminescing  species  and  the 
relat ive  contr ibut ions  of   var ious  processes   contr ibut ing  to   the 
luminescence,  including: 

(i) t h e  Cerenkov effect  (not  "luminescence," per  se) 

(ii) d i r e c t   e l e c t r o n i c   e x c i t a t i o n  and  ionization  of 
lat t ice atoms  by  high-energy  charged p a r t i c l e s  
and t h e  subsequent  de-excitation of t h e  exci ted 
species , 

(iii) exc i t a t ion  and  subsequent  de-excitation of color  
centers  produced by the  incident   charged  par t ic les ,  
and 
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(iv) exc i t a t ion  and 
centers  by the 

subsequent  de-excitation of impurity 
inc ident   charged   par t ic les  . 

W EXPERIMENTAL  CONFIGURATION 

The equipment  developed i n  t h i s  program i s  displayed  in  two 
photo  raphs  (Figs. 1 and 2) showing t h e  two experimental   setups,  
t he  0 8 configuration  and t h e  et  configurat ion,   respect ively,  
using  the 4-MeV Van de  Graaff a t  NASA Langley Research Center's 
Materials Radiation  Laboratory (NASA/LRC MRL). A schematic 
diagram  of  the two configurat ions i s  shown in  Figure 3. 

I n  either configuration , th.e  four  major components  of t h e  
system,  consisting  of  the Van de  Graaff beam tube,  the  sample 
chamber, t h e  t r a n s f e r   o p t i c s  chamber,  and t h e  grat ing  spectro-  
graph, are rigidly  interconnected  to  ensure  precise  alignment 
of  the  optical   elements at  a l l  times. This alignment was 
periodically  monitored w i t h  t h e   a i d  of a low-power (1/2 mW) He- 
Ne laser through  the  recording  end  of  the  spectrograph. The back 
of t h e  sample, upon which t h e  charged   par t ic le  beam impinges, is  
foc,used by the  s ingle   spherical   mirror ,   of  25 c m  focal   length,  
onto  the s l i t  of t h e  spectrograph a t  unit   magnification so t h a t  
i l luminat ion is  viewed  from a so l id   angle   o f  t h e  sample  corres- 
ponding to  the  aperture  of  the  spectrograph..  

The Van de  Graaff beam tube,  sample  irradiation chamber, 
t r a n s f e r   o p t i c s  chamber,  and  spectrograph are interconnected 
w i t h  appropriate  pneumatically-operated  gate  valves  and  liquid- 
nitrogen-trapped  oil-diffusion pumps to  ensure  contamination- 
f ree   operat ion  of  t h e  optical  elements  during  luminescence  runs. 
This  arrangement  also  permits  electron beam forming,  defining, 
and   f lux   ca l ibra t ion  a t  t h e  sample posi t ion  using t h e  r o t a t a b l e  
faraday cup  and  beam-defining  aperture  in t h e  sample  chamber. 

Separate vacuum  pumps are provided  for  each  major component 
to  permit component i s o l a t i o n  such as dur ing   ins ta l la t ion   o f  
specimens  and  spectroscopic  plates  into t h e  sample chamber  and 
spectrograph,  respectively. Vacuum pumping of t h e  e n t i r e  system 
is  necessary  to  permit  recording  of  the  luminescence  in t h e  u l t r a -  
violet  wavelength  region. The various 2-in.  and 4-in. o i l   d i f -  
fusion pumps are o u t f i t t e d  w i t h  l i qu id   n i t rogen   t r aps ,  and 
t h e i r  mechanical  forepumps w i t h  molecular  sieve  traps,   to  mini-  
mize o i l  contamination  of t h e  o p t i c a l  components of  the  spectro- 
graph,   t ransfer   opt ics   mirror  and  sample  specimens. A l l  
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' NASA Photograph L-70-1465 

Figure 1 Electron  Irradiation-Luminescence Experiments: 
0' Configuration 



NASA Photograph L-70-2816 

Figure 2 Electron Irradiation-Luminescence Experiments: 
QE Configuration 
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Figure 3 Experimental  Configurations 
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reflective o p t i c a l  components are overcoated  with MgF2 for maxi- 
mum o p t i c a l   r e f l e c t i v i t y   i n   t h e   u l t r a v i o l e t   w a v e l e n g t h  region. 

The en t i re   sys tem was kept  under vacuum during  experiments 
with  the  uv  t ransmit t ing materials, such as MgF2, LiF, sapphire 
and the  fused silicas. I n  some of  the  experiments  involving  the 
"glass"  specimens,  such as the  Corning  types 7056,  7740 and  0080, 
the  spectrograph was operated a t  atmospheric  pressure  with  the 
transfer  optics  chamber-to-spectrograph arm terminated  with a 
MgF2 window and  O-ring t o  maintain vacuum i n   t h e   o t h e r  components. 
Component s ec t ions   o f   t he  equipment tha t   requi red   se rv ic ing  were 
brought to  atmospheric  pressure from vacuum by slowly  admitting 
Seaford-grade  nitrogen  to  the  gate-valve-isolated component, thus 
maintaining  "clean  opt ics"   in   that   sect ion.  

A McPherson Model 804/811  4-in. vacuum pumping system  with 
LN2 t r ap ,  was ava i l ab le  at  For t  Worth t o  evacuate  the  spectro- 
graph- t ransfer   op t ics   sys tem  for   in tens i ty   ca l ibra t ion  expo- 
sures.  

The l i d  of the  vacuum-irradiation chamber supports a ro- 
ta table   Faraday  cup  avai lable   for  measurement of   the  f luxes  of  
%, 1, 2  and 3 MeV electrons  incident  on the  samples. The Faraday 
cup is  motorized so t h a t  i t  can   be   ro ta ted   in   f ront   o f  t h e  sample 
during beam f lux   ca l ib ra t ion ,  and  can  be  rotated  out of the  ir- 
rad ia t ion  beam during  spectrographic  recording  of  the  lumines- 
cence from the   i r r ad ia t ed  sample. An insulated  f ixed beam stop,  
w i t h  a c i rcu lar   aper ture   o f  area cm2, is  located  within  the 
neck  of  the  vacuum-irradiation chamber j u s t   i n   f r o n t   o f  t h e  
rotatable  Faraday  cup.  This  arrangement assists in   determining 
the  uniformity  of  the beam on the  sample  and in  monitoring  the 
beam current  when the  Faraday  cup is  rotated  out   of  t h e  beam. 

A spec ia l  sample  holder w a s  designed  to   permit   c i rculat ion 
of a thermostat ing  f luid  for   temperature   control   of   the   speci-  
mens i n  some of  the  experiments. A Varian Model  V-4540 Variable 
Temperature  Controller  unit,  with  gaseous  nitrogen as the  work- 
ing   f l u id ,  was used t o   v a r y  t h e  temperature  of t h e  sample  holder 
from approximately -70°F t o  +lOO°F. The gas was f i r s t  cooled by 
passing it through a c o p p e r   c o i l   i m e r s e d   i n  LN2. The tempera- 
tu res  were measured with a Brown Electronik  multipoint  recorder 
and two copper-constantan  thermocouples  attached a t  two points  
t o   t h e  sample  holder  block. 

A wall of   lead  br icks ,   p laced  direct ly  between the  sample 
and  spectroscopic   plate ,   shields   the  spectroscopic   plate  from 
bremsstrahlung  produced i n   t h e  sample.  Additional  lead  shielding 
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is  judiciously  posi t ioned a t  var ious  places  
graph  to  minimize-  background  fogging G f  t h e  

around  the  spectro- 
photographic  emulsion 

due to  stray  bremsstrahlung  generated a t  various  be&-intercept- 
ing components of   the  Van de Graaff beam transport  system. 

EQUIPMENT CALIBRATION 

Calibrat ion of the   var ious  components  of the  experimental 
equipment was ef fec ted   in   the   fo l lowing  manner. 

Optical  Alignment 

F i r s t ,  t h e  combination  of  spectrograph,  transfer  optics 
mirror,  and  sample chamber were r i g i d l y  mated  and o p t i c a l l y  
aligned w i t h  a laser beam to   ensu re   t ha t   t he   op t i ca l  axes of 
t h e  op t i ca l  components coincided  with  the  opt ical   axis  of t he  
spectrograph. This  optical   a l ignment  was  rechecked  periodically 
during t h e  program, espec ia l ly  after t ransport   of   the  equipment 
from  one f ac i l i t y   t o   ano the r .   Pos i t i ons   o f   t he  components  of 
the  t ransfer   opt ics   system  with  respect   to   the  spectrograph s l i t  
and  sample,  respectively, were checked  using  standard  techniques. 

The spectrograph  used  for  this work was a McPherson Model 
216.5 half-meter  plane-grating  instrument. Two gra t ings ,  each 
w i t h  600 grooves/mm, were employed g iv ing   spec t ra l   d i spers ions  
of 3 .33  nm/mm. These gra t ings  are blazed a t  150 nm and 300 nm 
for   high  eff ic iency  in   the  wavelength  regions 75 t o  225 nm and 
150 t o  450 nm, respect ively.  Use w a s  made of loop and  200p s l i t  
widths  for most of t h e  luminescence  recordings,  giving  resolu- 
t i ons   i n  t h e  f i r s t   o rder   o f   approximate ly  0.8 nm and  1.6 nm, 
respect ively.   Sl i t   widths   of   these  magni tudes were found t o   b e  
optimum, especially  in  recording  the  continuous  luminescence 
spectra,   without compromising the  information  recorded on t h e  
spectroscopic   plates ,  w h i l e  a t  t h e  same time permitting  reason- 
able   i r radiat ion  and  exposure times up t o  20 minutes. 

Kodak 103a0  spectroscopic  plates,  both  uncoated  and  coated 
w i t h  sodium sa l i cy la t e ,   and  Kodak SWR spectroscopic   plates  were 
used  in  the  recording  of   the  spectral   data .  The coated  plates  
were prepared by spraying w i t h  a 0.5 M methyl  alcohol  solution 
of  sodium sa l i cy la t e .  The degree  of  success  achieved  with  each 
of these emulsions in  recording  the  luminescence is  described 
in   another   sect ion.  
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Standard  techniques were used  in  the  processing  of t h e  
spectroscopic   plates  as recommended by Kodak (Ref .  2 0 ) .  

Charged Particle  Dosimetry 

Since t h e  Faraday  cup  could  not  be  in  the  path  of  the elec- 
t ron  beam during  recording  of  luminescence by t h e  spectrograph, 
t h e  following  dosimetry  technique w a s  developed fo r   t h i s   " t r ans -  
mission"  case. A rotatable  Faraday cup was used  in  conjunction 
with a f ixed beam stop  having a c i rcu lar   aper ture ,   concent r ic  
w i t h ,  but smaller i n  area than   the   co l lec t ing   aper ture   .o f  t h e  
Faraday  cup. The f ixed  beam s top  w i t h  aperture  of known area 
assis ted  in   determining t h e  uniformity of t h e  beam on t h e  sample 
and i n  t h e  determination  of t h e  f lux  when t h e  Faraday  cup was 
rotated  out   of  t h e  beam. This was e f f ec t ed  by ad jus t ing  t h e  
e lec t ron  beam dependent parameters (e.g. ,   gas  pressure,   steering 
magnet values,   quadrupole  focus  sett ings,  etc.) u n t i l  a s u i t a b l e  
r a t i o  of  current  values was obtained  for  t h e  Faraday  cup  and 
beam aper ture ,   v iz .  il and i 2 ,  respec t ive ly .  With t h e  Faraday 
cup rotated  out   of  t h e  beam, t h e  same aper ture  beam curren t ,  i2, 
was he ld   cons t   n t  so t h a t   t h e  c u r r e n t   f a l l i n g  on t h e  sample, 
given by i z  x '1 was  il, as desired.  " 

Beam uniformity of 1, 2 and 3 MeV e lec t rons  was monitored 
spectrographically  before  and  after  each series of  runs by 
measuring t h e  degree  of  uniformity  of t h e  density  of t h e  photo- 
graphic image of t h e  spectrograph s l i t  a t  any  given  wavelength. 
I n  each case t h e  Faraday  cup  and  fixed beam s top  were biased 
a t  -60 volts  to  suppress  secondary  electron  emission from t h e  
Faraday  cup  and  fixed  aperture. 

During  an actual  experiment,  the  sequence  of  events was as 
follows: w i t h  t h e  Faraday  cup  rotated  into t h e  beam pa th ,  a 
s t a b l e   c u r r e n t   r a t i o  i l / i 2  was establ ished  such  that  a speci-  
f ied,   uniform,  stable  f lux  of  charged  particles  passed  through 
t h e  aperture  of t h e  f ixed beam stop,  corresponding  to t h e  current  
il, as   r eg i s t e red  by t h e  Faraday  cup. The Faraday  cup w a s  then 
ro ta ted   ou t   o f   the  beam path  and a switch w a s  thrown to   i n s t an -  
taneously open both t h e  s h u t t e r  of t h e  spectrograph  and a pneu- 
matic  gate  valve  in t h e  beam tube  of t h e  charged-part ic le  beam 
transport   system  to  allow t h e  beam t o   s t r i k e  t h e  sample. The 
current  12  f a l l i n g  on t h e  f ixed   aper ture   s top  was in tegra ted  w i t h  
an Elcor  Current  Indicator  and  Integrator  to a prese t   in tegra ted  
current  (i.e.,  integrated  f lux)   corresponding  to  a desired  ex- 
posure on t h e  spectroscopic  plate  emulsion. Upon reaching t h e  
preset   current   value,  t h e  Elcor  automatically  closed  both t h e  

12  



shutter  of  the  spectrograph  and  the  pneumatic  gate valve of the 
beam tube,  terminating  the  irradiatlon  exposure.  

A current  of  10 nA on cm2 area of  sample, aE defined by 
the   f ixed   aper ture ,   cor responds   to  a f lux  of  2.65 x  lOl1e/cm2- 
sec. 

Plate   Cal ibrat ion  and Data Reduction 

1 Use of t h e  f ive-s tep   neut ra l   dens i ty  f i l t e r  a t  t h e   s a g i t t a l  
./ focus  posit ion  of  the  spectrograph  for  plate  emulsion  calibra- 

4 techniques (see, f o r  example, R e f .  21)  would  prove  unsatisfac- 
ii t o r y   f o r   t h e   t r u e  uv t ransmi t t ing  materials, such as uv  grade 

sapph.ire, LiF, and MgF2. The reason i s  that   the   t ransmission 
limits of these materials extends t o  much shorter  wavelengths 
than  the  transmission l i m i t  of   the   fused  quartz   substrate  material 
of t h e  neut ra l   dens i ty  f i l t e r ,  thus  information on luminescence 
below the  fused  quartz   cutoff  would be   l o s t .  

t ion   in   the   u l t rav io le t   wavelength   reg ion   us ing   the   s tandard  

Actually,  another  problem  with  the  neutral  density f i l t e r  
arose   in   an  earlier program on v is ib le - t ransmi t t ing  materials 
(Ref. 1) that   precluded  the  use  of  t h e  f ive-s tep   neut ra l   dens i ty  
f i l t e r  i n   p l a t e   c a l i b r a t i o n .  It was  found tha t   t he  two-nun-high 
adjacent   spectra   of   the  f ive var ious  intensi t ies   overlapped 
(due t o  t h e  astigmatic nature   of   the   high  aper ture   grat ing  in-  
strument)  to  such  an  extent  that   microdensitometry of t h e  corres-  
ponding images w a s  virtually  impossible  without  introducing  large 
e r r o r s   i n  the  data.  Therefore,  various  exposure times of  the 
irradiance  standard  lamp-il luminated  Suprasil   diffusing  screen 
are made f o r  a convenient  spectrograph s l i t  length  of 4 nun and 
the   r ec ip roc i ty  l a w  of Bunsen and  Roscoe  (Ref. 22) i s  assumed 
to  hold  within  the  allowable  experimental  error  for t h e  range 
of  exposure times used   in   record ing   the   in tens i ty   ca l ibra t ion  
spectra  . 

The spectral   in tensi ty   of   the   luminescence  emit ted  by  an 
i r r ad ia t ed  sample is  determined  spectrographically by  comparing 
the  photographic image of the  luminescence  spectrum  with  the 
photographic images of the  spectrum  of a known s p e c t r a l  irra- 
diance  standard. 

In   o rde r   t o   e l imina te  many of  the complex problems  intro- 
duced  by the   photographic   p rocess ,   the   in tens i ty   ca l ibra t ion  
spectrograms are made by duplicating  the  experimental   factors 
used in  the  actual  luminescence  exposures:   thus  the same o p t i c a l  
configuration i s  used  for   recording  the  output   of   the   i r radiance 
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standard as for the  luminescence  radiation. Also, t he  calibra- 
t ion  exposures are placed on the   o the r  half of the p l a t e s  con- 
ta in ing  the luminescence  exposures. 

A Suprasi l   d i f fusing  screen is p l a c e d   i n   t h e  sample  holder 
posit ion  and is  i l luminated  uniformly  with  an  irradiance  stan- 
dard  located a t  a known distance.  A separate  experiment, which 
involves   recording  the  spectral   output  at. the  photographic 
emulsion  with  and  without  the  diffusing  screen  for  the same 
irradiance  standard  posit ion,   determines  the  "transmission effi- 
ciency"  factor   of   the   diffusing  screen.  

Several  exposure times of   the  i r radiance  s tandard are 
selected so that   the  corresponding  photographic  densit ies  bracket 
t h e  densit ies  of  the  luminescence  spectra  under  calibration. 
The i r radiance  s tandards  include a calibrated  tungsten  iodine- 
cycle  quartz lamp and/or a Sr90 Cerenkov radiation  source,   where 
necessary. The p l a t e s  are then  developed,  fixed  and  dried  en 
masse according to   s tandard  techniques.  

The photographic  densities  of  the several spectrograms on 
each  spectroscopic  plate are measured with a Joyce,  Loebl  and 
Co., Ltd. ,  Model MK IIIC Microdensitometer.  For  each  spectro- 
gram an x-y plot  of  photographic  density  (y)  versus  posit ion (x) 
on t h e   p l a t e  i s  recorded.  Since  the  dispersion of the   spectro-  
graph is  very   near ly   l inear ,  a least squares f i t  of   the   posi t ions 
of several prominent  lines  of  the  mercury lamp spectrum are used 
t o   c o r r e l a t e   t h e   a b s c i s s a ,  x, i.e., t he   p l a t e   pos i t i on ,   w i th  
the  wavelength, X .  Examples of  typical  luminescence,  mercury 
lamp,  and tungsten-iodine lamp spectrogram  densitometer traces 
are presented  in  Figure 4 .  

The photographic  emulsion is  e s sen t i a l ly   an   i n t eg ra t ing  
device whose density  of  the  spectrographic image is  a function 
of   the  spectral   sensi t ivi ty   of   the   emulsion  and  the time in t e -  
gra ted   in tens i ty .  A t  t he  same wavelength, when the  densi ty   of  
t h e  photographic images of  the  luminescence  and  irradiance 
standard are equal,  the  exposures are equal,  assuming t h a t  the  
r ec ip roc i ty  law of Bunsen and  Roscoe  (Ref. 22) holds. Thus e = D?, and  hence 

where L and C r e f e r   t o   t h e  luminescence  and  calibration  data, 
respect ively;  D = photographic  density; x = wavelength; K = 
combined instrument  constants; I - intensi ty;   and t = exposure 
time. 
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Since  the  procedure  involves a comparison  of  equal  photo- 
graphic   densi t ies  between two images,  one  of  which i s  due t o  a 
reference  standard, ,   the  data  (x,y) may be  measured  from  any 
a rb i t r a ry   r e f e rence  as long as a l l  d a t a   f o r  a s ingle   da ta   reduc-  
t i o n  set are consis tent .   This   e l iminates   the  necessi ty  for 
measuring t h e  absolute  density  above  the  background  fog  due  to 
bremsstrahlung. 

The constants KA and KA are t h e  combined instrument  con- 
s t an t s ,   i nc lud ing   t he   spec t r a l   r e f l ec t iv i ty   va lues  of t h e   c o l l i -  
mator  and camera mirrors  of  the  spectrograph  and  the  transfer 
opt ics   mirror ,   and  grat ing  eff ic iency,  among others .   Since  the 
experimental  setup i s  ident ical   for   the  luminescence  and  cal i -  
brat  ion  exposures, 

L C 

and 

IC: = Kf , 

C 
L 

I\ = 1: t 
t 

Microdensitometer  data is  obtained  for  
exposure  and  for a t  least three ca l ib ra t ion  
bracket  the  luminescence  data. A t  se lec ted  
a t  10 MI in te rva ls )   parabol ic   in te rpola t ion  

each  luminescence 
exposures which 
wavelengths  (usually 
of   the   ca l ibra t ion  

data  (three o r  more values) i s  used- to  determine  the  exposure 
time a t  which the   dens i ty   o f  a calibration  exposure i s  equa l   t o  
t h e  luminescence  density. An e x i s t i n g   d i g i t a l  computer  program 
f o r   t h e  IBM-360 performs  the  logical   operat ions  to   select  t h e  
proper  data  points  for  the  interpolations,   performs  the  data re- 
duction  computations,  and  prints t h e  absolute  luminescence  versus 
wavelength  data.  These  data are used to   plot   curves   of   absolute  
luminescence  intensi ty   in   uni ts   of  nW/cmz-ster-nm as a function 
of t h e  wavelength, X, over t h e  wavelength  region  of  interest .  

SELECTION OF OPTICAL MATERIALS 

Six of the  nine  types  of   opt ical  materials used  for these 
s tudies  are those commonly employed in   u l t r av io l e t   op t i ca l   dev ices  
in  space  missions ( R e f .  2) .  A l l  nine  types are l i s t ed   i n   Tab le  I 
along  with  the  corresponding  values  of  the  index  of  refraction a t  
the  wavelength  of t h e  NaD l i n e s ,  and t h e  Cerenkov angle, Qc. 

Up to  four   thicknesses  of a material type were used,  e.g. 
1/16  in.,  0.080  in., 1/8 in. ,   and  1/4  in. ,   to  study  self-absorption 
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Table I 

OPTICAL MATERIALS FOR LUMINESCENCE STUDIES 

Code  uv 
N 1  Material Cutoff "D (3: Supplier 

nm 

Spec t ros  il B 

Suprasil I1 

Corning borosi l icate  7056 

Corning  Pyrex 7740 

Corning lime soda 0080 

Corning uv transmitting 9741 

Linde uv grade  sapphire 

uv grade l i t h ium fluoride 

uv grade magnesium fluoride 

170 1.4584 46'42' 

170 

2 70 

290 

310 

185 

145 

105 

113 

1.4584 

1.487 

1.474 

1.512 

1.468 

no=l. 7681 

1.3915 

no=l. 3777 
nell.3895 

46'42 ' 
47O44 ' 
47O17 ' 
48'36 ' 
47O4 ' 
55O33 ' 
44O3 I 

43'28 ' 
43O58 ' 

Thermal American Fused 
Quartz Co. 

Amersil, Inc. 

Esco Products 

Esco Products 

Esco Products 

RCA 

Union Carbide Corp. 

Harshaw Chemical Co. 

Harshaw Chemical Co. 

I 

*Obtained using  Equation  (2) of Appendix A. 



e f fec t s   w i th in   t he  samples of  the  luminescence  radiation  generated 
there in ,   and ,   in   the  case of   the   th in   samples ,   to   be   ab le   to  
def ine more c l e a r l y  t h e  energy of t h e  inc ident   e lec t rons   wi th in  
the  samples. Use of t h i n  samples limits the   s ca t t e r ing   o f  t h e  
e lec t rons   wi th in   the   sample ,   res t r ic t ing  t h e  na tura l   ha l f -breadth  
of t h e  conic   d i s t r ibu t ion   of   the  Cerenkov r ad ia t ion ,  and  preserv- 
ing  the  "direct ional i ty"   of  t h e  Cerenkov radiation.  This  al lowed 
a port ion of i t  t o  be  viewed i n  the 8c d i rec t ion   t o   d i s t i ngu i sh  
it  from t h e  cont inuous  radiat ion  generated  during  radiat ive  de-  
excitation  of  excited  species  produced by ion iza t ion   e f fec ts   o f  
t h e  incident   e lectron beam. 

Iden t i f i ca t ion  of a s p e c i f i c  sample was f a c i l i t a t e d  by as- 
signing it  t o  a three d i g i t  number, N1N2N2.  The f i r s t  number N1 
i d e n t i f i e s   t h e  sample  type,  according t o  he  code  of  Table I. 
The second  number, N2, gives t h e  sample  thickness  according  to 
t h e  code: 0, 1, 2,  and  3,   equal  to  1i16  in. ,   1/8  in. ,  1/4 in . ,  
and  0.080 in . ,   respec t ive ly .  The las t  d i g i t ,  N g ,  plus 1, is the  
sample number i n  t h e  series. Thus Sample  513 denotes  Corning 
type 0080 of thickness   1/8  in . ,  number 4 i n  t h a t  series. 

Where samples  could  not  be  obtained  in t h e  thicknesses  de- 
s i r e d   f o r  an  experiment,  e.g., C 9741  samples were ava i l ab le  
only as 0.021-in.  thick  discs,  combinations  of  thinner  specimens 
were used t o  make  up t h e  appropriate  thickness.  The 1 1/2-in. 
diameter  samples were mounted o f f   cen te r   i n  t h e  sample holder and 
ro t a t ed  from one i r r a d i a t i o n   t o  t h e  next so as t o   u t i l i z e   s e v e r a l  
1/4 cm2 c i r c u l a r  areas. P r i o r   t o   i r r a d i a t i o n ,  t h e  samples were 
cleaned w i t h  e thyl   a lcohol   to  remove any  surface  contaminants 
t h a t  might i n t e r f e r e  w i t h  t h e i r  op t i ca l   p rope r t i e s .  

In  experiments  involving t h e  0' configurat ion,  t h e  minimum 
sample  thickness  used  exceeded t h e  range  of t h e  e l ec t rons   i n  
order   to   avoid   d i rec t   i r rad ia t ion   of  t h e  t ransfer   op t ics   mir ror .  
Thinner  samples  could  be  used  in t h e  8c configuration when con- 
ducting  experiments a t  t h a t  electron  energy  since t h e  mirror 
was n o t   i n   l i n e  w i t h  t h e  e lec t ron  beam. 

IRRADIATION EXPERIMENTS 

A l l  irradiation-luminescence  experiments were conducted at  
NASA/LRC Materials  Radiation  Laboratory  using t h e  4 MeV Van de 
Graaff  accelerator.  Of t h e  four main attempts,  only two r e su l t ed  
i n  successful  data  recording  sessions  using t h e  Oo and t h e  8 
configurat ions  in  t h e  e l ec t ron   i r r ad ia t ion  mode. The planne Ei 
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, a  
;,'.f proton  irradiation-luminescence  experiment was terminated after 

a number of  unsuccessful attempts due t o  equipment  and  funding 
problems. - 

The i r radiat ion  experiments  were designed  to   obtain a 
matrix ar ray  of spectral   luminescence  data   for   the  per t inent  
parameters   descr ibing  the  incident   charged  par t ic les   and  the 
irradiated  samples.  

The plan was to  obtain  the  desired  luminescence  spectra at  
NASA/LRC MBL on the  first half  of  each  of t h e  spectroscopic 
p la tes ;   these  would subsequently  be  calibrated a t  t h e  Convair 
Aerospace  Division  in  Fort Worth on the  corresponding  second 
half   us ing a su i tab le   i r rad iance   s tandard .   Before   th i s   could   be  
done,  however,  preliminary  irradiation-luminescence  runs  had  to 
be  conducted  and  plates  developed a t  NASA/LRC to   de te rmine   the  
ranges  of  photographic  exposure times required  to   obtain  usable  
photographic  emulsion  (optical)  densities  for  subsequent  data 
reduction.  These  exposure times would  be a function  of  sample 
type  and  thickness,  electron  energy and flux,  spectrographic 
s l i t  width,   spectroscopic  plate  emulsion  type,   and  irradiation 
configuration, among others .  

After   these  sui table   exposure times were bracketted,   pre- 
l iminary  plates were a l so   t aken  and  developed a t  NASA/LRC 
periodical ly   during  the  course  of  a series of  runs w i t h  long 
spectrographic s l i t  lengths  to  check beam s i z e  and  uniformity. 

The photographic  emulsion  types  used  included Kodak SWR, 
sodium salicylate-overcoated Kodak 103a0,  and  (uncoated) Kodak 
103a0. The overcoated  plates were used  in  irradiation-luminescence 
experiments w i t h  t h e  t r u e  uv t ransmit t ing materials when problems 
arose w i t h  t h e  SWR emulsions.  Uncoated Kodak 103a0 p l a t e s  were 
used w i t h  t h e  Corning  glass  types 7056, 7740, and 0080, which are 
not good uv t ransmit t ing materials, per  se. Examples of densi- 
tometer  tracings  of  spectrograms  using  each  of  the  three  types 
of  emulsions are given  in a later sect ion.  

The 0 configuration w a s  used  primarily  for  experiments on 0 

sample  thicknesses  greater than  t h e  effect ive  range  of   e lectrons 
i n   t h e  material so as n o t   t o   d i r e c t l y   i r r a d i a t e   t h e   t r a n s f e r  
opt ics   mirror .  The 0~ configuration w a s  used to  obtain  lumines- 
cence  data on various  sample  thicknesses  including  those  exceed- 
ing t h e  electron  range.  Luminescence  data  obtained on t h i n  
samples,  coupled  with  data on t h e  same sample  thickness i n   t h e  
0' configuration, would be  used  to  obtain t h e  relative contribu- 
t i on  of t h e  continuous  luminescence  radiation  due  to t h e  Cerenkov 
e f f e c t  and t h a t  due to   rad ia t ive   de-exc i ta t ion   e f fec ts .  
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A separate  experiment  involving measurement of lu@n'escence 
of  an i r r a d i a t e d  specimen of Spectrosi l   thermostated  a t rvar ious 
temperatures  between -70°F and +lOO°F was conducted t o  determine 
the  temperature  dependence  of  the  recorded  luminescence, 'if any. 

Electron beam cur ren t s  at  energies of 1 /2 ,  1, 2 ,  and 3 MeV 
var ied  from  2.5 nA fo r   s apph i re   t o  200 nA f o r  C 0080 ver a 
1/4 c m  area corresponding  to  f luxes from 6.63 x 1 O l 8  e/cm2-sec 
t o  5.30 x loi2 e/cm2-sec,  respectively.  These  fluxes are an 
order of magnitude  lower  than  those  used  in t h e  v i s ib l e   expe r i -  
ments  (Ref. 1) and w e r e  selected  to   bet ter   s imulate   f luxes  en-  
countered  in   space  appl icat ions,   in   addi t ion  to   reducing t h e  
hea t ing   e f f ec t   i n   t he  samples.  Photographic  exposure times 
var ied  from  4 min t o  20  min,  and t h e  corresponding  electron 
fluences  ranged from 7.95 x 1013e/cm2 (2.5 nA f o r  20 min) t o  
1.27  x  1015 e/cm2 (200 nA f o r  4 min). Thicknesses  of  optical 
samples  varied from 1/16   in .   to  1/4 in .  

2 

The luminescence  spectra were recorded   in   s i tu ,  i .e. ,  during 
the  time of t h e  a c t u a l   i r r a d i a t i o n s ,  w i t h  t h e  s t a r t  and  stop of 
t h e  spectrographic  recordings  coinciding w i t h  t h e  start and cu t -  
off  of t h e  e lec t ron  beam. An automatic,  remote  control  network 
of  interconnected switches a t  t h e  Van de  Graaff  console was used 
i n  beam formation and d e f i n i t i o n ,   f l u x  measurements a t  t h e  sample 
posit ion,   pneumatic  gate  valve  control  and  spectrograph  rack and 
s h u t t e r  manipulations  during t h e  luminescence  runs. 

Forty  spectroscopic plates of Kodak emulsion  type  103a0, 
nineteen of which were overcoated w i t h  sodium s a l i c y l a t e ,  were 
exposed  during  this series of  runs. Each plate   contains   an 
average of seven  luminescence  spectra.  Table I1 summarizes t h e  
matr ix   of   e lectron  currents  (i.e.,  f luxes)  and  energies  in these 
runs.  Data a t  1 / 2  MeV w a s  obtained  only  for some C 0080 samples, 
and only   a f te r   cons iderable   d i f f icu l ty  w i t h  beam s t a b i l i t y  so 
that  experiments w i t h  other  sample  types a t  t h i s  energy  had t o  
be  abandoned.  Information on other  parameters,  such as i r r a d i a -  
t ion  configurat ion (€.e., 0' or  @E), sample thickness,  and f ive-  
step neut ra l   dens i ty  f i l t e r  exposures, i s  recorded  in t h e  o r i g i n a l  
Log books. 

CERENKOV ULTRAVIOLET RADIATION SOURCE 

A radiat ion  source was needed t o  serve  as an  irradiance 
s tandard  for  t h e  ca l ibra t ion   of   spec t roscopic   p la tes   in  t h e  u l t r a -  
violet  wavelength  region  in  view  of t h e  unsu i t ab i l i t y   o f  t h e  
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Table I1 
SUMMARY OF LUMINESCENCE  SPECTROGRAMS 

Electron Beam Currents, nA* 
Sample Type 1 MeV 2 MeV 3 MeV 

Spectrosil  B 10 40 

Suprasil  I1 10 

Corning 7056 50 200 

Corning 7740 50 2 00 

Corning 0080 50 2 00 

(1) (1) 

(2 1 

( 1)  (1) 

(1) (1) 

(1) (1) 

Corning 9741 

r 

( ) = number of spectrograms 
N 

! w 



tungs ten- iodine   i r rad iance   s tandard   in   th i s   reg ion .  The desired 
characteristics of the   rad ia t ion   source  were t h a t  t h e  r ad ia t ion  
source  be a continuum  extending from approximately t h e  l i thium 
f luo r ide  uv cu to f f   i n to   t he   nea r   v i s ib l e ,   t ha t  i ts  spec t r a l   i n -  
tensi ty   be  comparable   in   magni tude  to   that  of t h e  luminescence 
experimentally  observed,  and  that it be  extremely  stable Over 
long time in t e rva l s .  One poss ib le   l igh t   source  which could meet 
these requirements was t h e  Cerenkov radiat ion  produced  in  a t rans-  
pa ren t   d i e l ec t r i c  material by e lec t rons  from a radioactive  source.  

Combining an  appropriate  radionuclide and t ransparent   d i -  
e l e c t r i c  material t o   c r e a t e  a Cerenkov  uv radiat ion  source is  
not a novel  idea. The use  of Cerenkov rad ia t ion   genera ted   in  a 
very  pure  sample  of  dist i l led water as an  i r radiance  s tandard 
has been  suggested by a t  least two researchers:   in  1953, Green- 
f i e l d  et  a1 (Ref. 17)  showed t h a t  Cerenkov radiat ion  generated 
i n  water bombarded  by radium gamma rays and by P32 beta   rays  was 
convenient  for t h e  determination  of t h e  s p e c t r a l   s e n s i t i v i t y  of 
photographic  emulsions . Likewise,  Cerenkov r ad ia t ion  was used 
by  Chizhokova  (Ref. 23) as a standard  to  determine t h e  lumines- 
cence  yield  of  solutions bombarded  by high-speed  electrons. A t  
least one connnercial manufacturer ,   Internat ional  Chemical  and 
Nuclear  Corporation, now adver t i ses  a 20 m C i  Cerenkov r ad ia t ion  
source  (Ref. 24) for  checking  l ight  detection  systems, and Oak 
Ridge  National  Laboratory (ORNL) w i l l  f a b r i c a t e  such  sources t o  
spec i f i ca t ion  w i t h  some r e s t r i c t i o n s  as i n  our case. A source  of 
Eerenkov r ad ia t ion  produced by Sr90  decay  electrons  in a quartz 
d i sc  was i n s t a l l e d   i n  t h e  OAO-2 ( i n   o r b i t   s i n c e  December 1968) 
to   ca l ibra te   var ious   photomul t ip l ie rs   in  t h e  Wisconsin f i v e   f i l -  
ter photometer  experiment f o r  measurements i n  t h e  wavelength 
region from 120 nm t o  420 nm (Ref. 2) .  

The theory  and  calculations  performed  to  investigate t h e  
f e a s i b i l i t y   o f  such a Cerenkov source  for   spectroscopic   plate  
ca l ib ra t ion  are presented  in  Appendix A. Therein it i s  shown 
t h a t  t h e  most l ikely  source  consis ts   of   radioact ive SrgO-YgO 
as s t ront ium  t i t ana te   encapsula ted   in   s ta in less  steel w i t h  a 
t ransparent   dielectr ic   mater ia l ,   such as fused   s i l i ca ,   fo r  
Cer nkov radiation  generation. A Cerenkov source ( -  1000 C i  of 
S r  9% ) meeting t h e  intensity  requirements  corresponding  to  photo- 
graphic   densi t ies   obtained  in  t h e  visible  experiments  (Ref. 1) 
was deemed unfeasible;  however, i f  t h e  i n t e n s i t y  of t h e  lumi- 
nescence  recorded i n  t h e  Van de  Graaff  irradiation  experiments 
could  be  lowered  and s t i l l  provide  suitable  photographic  densit ies 
for  densitometry and  subsequent  data  reduction, a Cerenkov source 
of lesser in tens i ty   could  be u t i l i zed .   Fu r the r   ca l cu la t ions   i n -  
dicated t h a t ,  f o r  t h e  desired  source  dimensions, t h e  maximum source 
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st rength  obtainable  was  130 C i  of  SrgO as s t ront ium  t i t ana te .  
However, a s o l i d  Sr90 source from ORNL would cons i s t  of microspheres 
of   s t ront ium  t i tanate   in   an aluminum matrix. The estimated m a x i -  
m prac t ica l   source   in tens i ty   for   such  a source would be 50 C i .  
By using  revised  cal ibrat ion  techniques,  a nominal 50 C i  Sr90-Yg0 
Cerenkov radiation  source  could  be  used effectively. Consequently, 
a source  of   that   s t rength was  ordered from ORNL; t h e   r e s u l t i n g  
fabricated  source had a measured s t rength  of 38 C i .  

I 
i 
i 
I 

,1 

Cerenkov  Source  Design 

The Cerenkov source  consists  of a s t a i n l e s s  steel capsule 
containing 38 C i  of  Sr90 as strontium  t i tanate  (SrTi03) embedded 
i n  an aluminum matr ix .   Spec i f ic   de ta i l s  on source  construction 
are shown in   F igu re  5 .  The 10-mil window permits b e t a   p a r t i c l e  
transmission  to a t r anspa ren t   d i e l ec t r i c  material for   generat ion 
of  Cerenkov rad ia t ion .  

The SrgO-YgO Cerenkov source was  designed and fabr ica ted  by 
t h e  Isotope Sales Dept., ORNL, Oak Ridge,  Tennessee. The o r i g i -  
nal   source,   received  f ive months af ter   i ssuance  of  t h e  purchase 
order,  w a s  designed w i t h  i t s  10 m i l  window welded t o  t h e  capsule 
body; t h i s  source was found t o  be  contaminated  due to   leakage a t  
t h e  weld  and w a s  re turned   to  ORNL. The second  and present  source 
(Fig.  5) was successful ly   fabr icated and delivered  to  General  
Dynamics two months l a t e r .  Its design  features an i n t e g r a l  win- 
dow and body and a separate  plug which was welded i n   p l a c e   t o  
complete  encapsulation  of t h e  source  materials.  

The i ron  and lead   sh ie ld  which houses t h e  source i s  depicted 
in   Figure 6. The body, cav i ty  and l i d  are a l l  cy l ind r i ca l .  The 
s i n g l e  steel p in  is  welded i n t o   t h e  body and f i t s   i n t o  a recess 
i n   t h e   l i d   p e r m i t t i n g  t h e  l i d   t o  be  swivelled t o  e i t h e r   s i d e   f o r  
access   to  t h e  cavi ty .  Two l i f t i n g  eyes on opposi te   s ides  of t h e  
body p rov ide   fo r   l i f t i ng  t h e  546 l b   s h i e l d .  

Two r i g i d ,  U-sha ed  brackets f i t   i n t o  t h e  sh i e ld   cav i ty ;  
one posi t ions t h e  Srgg-YgO source  capsule at  t h e  bottom center  
of t h e  c y l i n d r i c a l   c a v i t y  and the   o ther   pos i t ions  t h e  1%-in.- 
diameter,  %-in.-thick Cerenkov medium over  the  source window. 
The l a t t e r   b r a c k e t  i s  eas i ly   l i f t ed   ou t   fo r   i n t e rchange   o r  re- 
moval of t h e  t r anspa ren t   d i e l ec t r i c  medium. 

The 38 C i  SrgO-YgO source i s  hazardous  and safe   s torage  
and  handling  procedures must  be  exercised. The measured  beta 
dose rate is  1300 rad/hr  a t  one foot from the  window.  The 
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bremsstrahlung  radiation  dose rate from to t a l   abso rp t ion  of t h e  
be t a   r ad ia t ion  amounts t o  approximately 4.5 R/hr at  one  foot. 
With the  source  inside,   the  dose rate measurements a t  th.e  top 
and s ides  of the  c losed  shield  descr ibed  previously are approxi- 
mately  2  and 1 mR/hr, respect ively.  The measurements  and 
hazards are d i scussed   i n   de t a i l   i n  Appendix A. 

Cerenkov Source  Calibration 

A prel iminary  cal ibrat ion  of   the SrgO-YgO Cerenkov source 
a t  one  wavelength was accomplished  by  comparing i t s  i n t e n s i t y  
t o  t h a t  from a cal ibrated  tun  s ten- iodine ( W - I )  i r rad iance   s tan-  
dard as follows: t h e  S r 9 0 - d   c a p s u l e  was positioned  behind a 
1/4- in . - thick  Spectrosi l  B sample at  t h e  sample  position  end  of 
t h e  extended  t ransfer   opt ics  chamber arm. Adequate  lead  shield- 
ing  was provided to   avoid  undue  exposure to  personnel  and  spec- 
t roscopic   p la tes  a t  t h e  recording  posit ion.  The r e s u l t a n t  
Cerenkov radiat ion  generated  in  t h e  Spec t ros i l  was recorded  in a 
15 min exposure on a Kodak 103a0 plate. Additional  exposures 
were made  on t h e  same p l a t e  of t he   ca l ib ra t ed  W - I  i r rad iance  
s tandard  posi t ioned a t  40 c m  from t h e  sample pos i t i on  at  exposure 
times of 0.5, 2 ,  8 and 20 min using a s l i t  width 0.4 t h a t  used 
in   taking t h e  Cerenkov radiation  exposure. A mercury lamp spec- 
trum served  for  frequency  calibration. 

Densitometer  tracings  of  the  above-mentioned  spectrograms 
are recorded  in  Figure 7. From these  i t  i s  noted   tha t   dens i t ies  
due t o  t h e  Cerenkov source  and W - I  source match a t  360 nm, 
322.5 nm, 286.5 nm, and  253.7 nm f o r  t h e  0.5, 2 ,  8 ,  and 20 min 
W - I  exposures,  respectively.  Interpolation  yields  matching 
in t ens i t i e s   fo r   15  min exposures of both  sources at  266.0 nm; 
applying t h e  inverse  square law t o  t h e  tabula ted   i r rad iance  
value a t  th i s   d i s t ance  and  wavelength,  viz.  2.2 x 10-4 nW/cm2- 
nm, and co r rec t ing   fo r  s l i t  width,   yields a Cerenkov r ad ia t ion  
source  intensi ty   of  8.8 x nW/cm2-m a t  266 nm. 

For  complete  calibration of t h e  Cerenkov  uv source it  w i l l  
be   necessary  to   obtain a number of W - I  lamp and  eerenkov  source 
spectrograms  for  different W - I  lamp-to-sample  separation  dis- 
tances; t h i s  w i l l  ensure  density  matches  of t h e  two s p e c t r a   a t  
a s u f f i c i e n t  number of different  wavelengths t o  p l o t  a smooth 
curve  over t h e  wavelength  range of i n t e r e s t .  It was not   possible  
t o  complete c a l i b r a t i o n  of t h e  source  under t h e  ex is t ing   cont rac t  
funding  res t r ic t ions.  
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Wavelength, nm 
Figure 7 Calibration of Sr9'-Y90 Cerenkov Source 



The SrgO-YgO Cerenkov  uv source  could  also  be  calibrthted by 
t h e  National Bureau of  Standards by a more d i r e c t  radiomebk*c 
technique. 7 -  

. ,  

Figure 8 records  density  plots  of t h e  luminescence  radiation 
of t h e  SrgO-Ygo Cerenkov radiation  source  after  passing  through 
fou r   d i f f e ren t   neu t r a l   dens i ty   f i l t e r s  a t  t h e  s l i t  of t h e  spec- 
trograph. Comparison of these w i t h  those  of Van de  Graaff 
electron-irradiated  Spectrosil   luminescence  (Fig.   9) shows t h a t  
the   spectra  are essent ia l ly   ident ical .   Unfortunately,  an  over- 
exposed Hg comparison  spectrum  adjacent t o  t h e  Cerenkov spectrum 
obscures  details  of t h e  lat ter i n  t h e  region  of t h e  strong Hg 
l i n e  a t  h 253.65  nm. 

Modified Plate Calibration  Procedure 

The experimental  conditions may be  modif€ed i n  a number of 
ways to   use t h e  38 C i  Cerenkov source more e f fec t ive ly   in   spec-  
troscopic plate ca l ib ra t ion  as follows. Van de  Graaff  electron 
irradiations  can  be  conducted a t  low enough fluxes  and  photo- 
graphic  exposure times t o   y i e l d  low photographic  densities,  say 
less than 2 . 0 ,  fo r  t h e  recorded  spectral  luminescence  spectro- 
grams.  (Those recorded  in t h e  visible  experiments  of  Reference 1 
resulted  in  photographic  densit ies as high as 4.0.) Cerenkov 
calibration  spectrograms  can  be  recorded  at  s l i t  widths  of t h e  
order  of  four times those  used  for  recording t h e  Van de  Graaff 
electron-induced  luminescence  spectra. The resu l tan t   dens i t ies  
of t h e  unknown luminescence  and Cerenkov cal ibrat ion  source 
should  be  sui table   to   effect  t h e  desired  densi t ies   for   data  
reduction. A separate  experiment  can  be  performed  to  obtain 
the  re la t ionship between density of spec t r a l  image on t h e  spectro- 
gram as a function  of  spectrographic s l i t  width. T h i s  re la t ion-  
ship  should  be  quite  linear  for  heterochromatic (i.e., continuous) 
sources  (Ref. 2 5 ) .  The calibrated  tungsten  iodine-cycle irra- 
diance  standard  can be  used fo r  t h e  lat ter experiment, in  addi- 
t ion   to   se rv ing  as an auxiliary  standard.  

Use of uv grade MgF2 o r  sapphire as t h e  Cerenkov medium 
instead  of  fused  si l ica w i l l  a lso  increase t h e  i n t r i n s i c  uv in-  
t ens i ty  of t h e  source, as w e l l  as 'providin a shor te r  wave- 
length limit. Use of uv grade L i F  as t h e  E erenkov medium would 
provide t h e  shor tes t  uv wavelength limit but would c r e a t e   c a l i -  
b ra t ion   s t ab i l i t y  problems  because  of  electron-induced  absorption 
bands therein (see p. 4 6 )  and t h e  hygroscopic  nature  of t h e  
material. Aluminizing t h e  face  of t h e  transparent Cerenkov medium 
i n  contact w i t h  t h e  SrgO-YgO capsule  to  provide a second  surface 
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mirror  should  increase t h e  in tens i ty   o f   the  Cerenkov source by 
approximately a f ac to r  of two. V"* l i  

j:$ 

e f fect ive  use  of   the  38 C i  S r  go-& Cerenkov radiation  source 
i n   p l a t e   c a l i b r a t i o n s .  

Application  of t h e  above mod ied  technique  should  permit 

RESULTS AND DISCUSSION 

Inspection  of t h e  spectrograms  developed a t  NASA/LRC MRL 
to  determine  suitable  exposure times f o r  t h e  f i na l   p l a t e s   r evea l s  
t h a t  continuous  luminescence  dominates, w i t h  c h a r a c t e r i s t i c   l i n e  
spectra  appearing  in  only  one  of t h e  sample  types. 

An unexpected  problem  arose w i t h  t h e  f i r s t  batch  of Kodak 
SWR plates   used  in  t h e  preliminary  runs  designed to   bracket  ex- 
posure times f o r   s u i t a b l e   p l a t e  emulsion  densities.  This was 
evidenced by emulsion  tearing a t  t h e  plate  edges,  emulsion  den- 
si ty  streaking  throughout t h e  p l a t e s ,  and oversize  plates   in  some 
cases. The suppl ier  (Eastman Kodak Co., S c i e n t i f i c  Photography 
Markets)  confirmed these f a u l t s   a f t e r   t e s t i n g  t h e  unused p l a t e s  
of this   batch. ,   a t t r ibut ing them t o  manufacturing  defects.  Since 
a long  lead time was  indicated  for  delivery  of a replacement 
batch, w i t h  no guarantee on del ivery time o r   p l a t e  emulsion  con- 
d i t i on ,  t h e  use  of Kodak SWR p la t e s  was abandoned in   favor  of 
sodium salicylate  (Nasal)-overcoated Kodak 103a0 p l a t e s ,  as 
recommended  by a number of researchers   in  uv spectroscopy  (Ref. 
26). 

The short  wavelength l i m i t  of  any plate,   e.g. ,  Kodak 103a0, 
i s  ultimately  governed by t h e  high  absorption of t h e  gelat in   of  
t h e  emulsion.  Overcoating t h e  p l a t e s  w i t h  Na S a l  extends t h e  
short  wavelength l i m i t  of p l a t e  emulsion s e n s i t i v i t y  by convert- 
ing t h e  shorter  wavelengths by fluorescence  to  wavelengths  to 
which t h e  gelat in   of  t h e  emulsion i s  transparent,  and t h e  emulsion 
i t s e l f  i s  sens i t ive .  

Preparation  of Na Sal-overcoated  plates i s  s imple,  accord- 
ing   to  t h e  procedure  of  Allison and Burns (Ref. 26) ,  and w i t h  i ts  
high quantum effici-ency  (Ref. 27) and e s sen t i a l   f l a tnes s   i n  res- 
ponse  over t h e  region 60 nm to 340 nm (Ref. 28),  proved t o  be 
useful   in  t h e  succeeding  experiments. The only problem  experienced 
w i t h  these p la t e s  was t h e  uniform  "pitting"  of t h e  emulsion a t  
h igh   op t ica l   dens i t ies   resu l t ing   in  a l a rge r   s ca t t e r   o f  data i n  
t h e  corresponding  densitometer  tracings  (Figs.  10 and 11). 
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Figure 10 Electron-Induced Luminescence of UV Grade  Sapphire 
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Figure 10 Electron-Induced Luminescence of W Grade Sapphire  (cont'd) 
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Figure 11 Electron-Induced Luminescence of W Grade Lithium Fluoride 
(cont 'd) 



This  emulsion  "pit t ing"  of Na Sal-overcoated  plates  is not  
s e r ious  problem-in da ta   reduct ion .   S ince   the   major i ty   o f  ex- 

G- cursions  represented  by  "dips"   in  t h e  corresponding  densitometer 
' t rac ings  of t h e   p i t t e d  areas are no t   t rue   dens i ty   dec reases   t hey  
i can  be  ignored.  In  any case, t h e   p i t t i n g  problem  disappears a t  I t h e  lower  photographic  densit ies  used  for most of the   spec t ro-  

i grams  which are t o  be   ca l ibra ted   wi th   the  l o w  i n t e n s i t y  Cerenkov 

1, f source. 

The vendor  of t h e  spec t roscop ic   p l a t e s   i nd ica t ed   t ha t  t h e  
p i t t i n g  problem  can  probably  be  reduced  or  eliminated i f   t h e  
f i n a l   p l a t e s  are pre-soaked  in  water before  developing,  and  then 
f ixed   i n  Kodak F-5 r a the r   t han   i n  more acid-containing Kodak 
Rapid  Fixer  which w a s  u sed   i n   f i x ing  t h e  prel iminary  plates  
(Ref .  29). 

More ser ious  problems  than  this   arose when o i l   d r o p l e t s  
were discovered on t h e  j a w s  of  the  spectrographic s l i t  and on 
the   t r ans fe r   op t i c s   mi r ro r  and when t h e  t r ans fe r   op t i c s   mi r ro r  
w a s  acc iden ta l ly   p i t t ed   and   ch ipped   i n  two unrelated  incidents .  
Even after carefu l   c leaning  of t h e  a f f ec t ed  components with 
Freon TF a f t e r  t h e  f i r s t   i n c i d e n t ,  some doubt  remained as t o   t h e  
op t i ca l   c l ean l ines s   o f   o the r  components  of the  opt ical   system. 

Temperature  Experiment 

Luminescence spec t r a  were obtained  of  1/4-in.-thick  Spectro- 
si1 B,  thennostated a t  six  temperatures between -70°F and +lOO°F 
and i r r a d i a t e d  w i t h  2 MeV e lec t rons  a t  a f l u x  of 1.33 x 1012e/cm2- 
sec. The averages  of  the two thermocouple  recordings  taken 
before  and  after  each  of t h e  1 minute-duration  exposures were as 
fol lows  (before/af ter)  : -64.50F/-65.0°F;  -21.5%/-18.0°F; 
+19.g°F/+19.00F; +61.5%/+61.5OF; +82.0°F/+82.00F; and +lOO°F/ 
+io0 F. 

The corresponding s i x  spectrograms  revealed no s i g n i f i c a n t  
d i f fe rences   in   spec t ra l   luminescence   dens i t ies   wi th in   the  limits 
of  th.e  experimental  errors  involved.  Evidently t h e  temperature 
e f f e c t  i s  small and  cannot be discerned  with  the  experimental  
procedure  used. 

Line  Luminescence 

Line  luminescence was recorded  for  only  one  sample  type, 
viz.  Corning  Pyrex 7740; t h i s  occurred  for  sample  thicknesses  of 
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1/8 in .  and 
2.65 x 10l2 

1/4 in . ,   and  e lectron fluxes of 5.3 x 1012 and@? 
e/cm2=sec, a t  energies  of 1 and 3 MeV, respect&ely 

(see Fig.  12). It was not iced   dur ing   these  runs t h a t   t h e  E'fied 
ape r tu re  was discharging  and  the  Faraday  cup,  although  rotaked 
out   o f   the   sample   pos i t ion ,   appeared   to   be   a l te rna te ly   charg ing  
and  discharging  rapidly,  as r e g i s t e r e d  by E lco r   cu r ren t   i n t e -  
grators   connected  to   each.   During  other   i r radiat ions of Corning 
Pyrex  7740,  e.g. 1 4  in.   sample  thickness,  2 MeV e l ec t ron  flux 
of  5.3 x 1013 e/cm!-sec, no l i n e   s t r u c t u r e  was recorded  on  the 
spectrogram (see Fig .   13) .   In   the  la t ter  case, the  charging  and 
discharging  of   the  f ixed  aper ture   and  Faraday  cup  did  not   occur .  
The background  fogging on t h e  2 MeV p l a t e  due to  bremsstrahlung 
was considerably less than that on t h e  1 o r  3 MeV p l a t e s   i n d i c a t -  
ing  that   h igh  e lectron  current   densi t ies   must   be  associated  with 
the  charging  and  discharging phenomenon. 

A f requency  analysis   of   the   l ine  s t ructures   observed fo r  
C 7740 shows numerous s t rong   p r inc ipa l   and   pe r s i s t en t   l i nes   o f  
atomic s i l i c o n   ( ~ ~ 2 5 0 . 6 9 ,  251.61,  252.85,  288.16  and  390.55 nm); 
aluminum ( ~ ~ 3 0 9 . 2 7 ,  394.40,  and  396.15 nm); boron (XX249.68/ 
249.77 nm); lead  ( A  217.00 nm); hydrogen (HP X486.13 nm); and 
carbon (X 247.86 nm). Thus l a t t i ce  l ine   spec t ra   and   impur i ty  
l i n e   s p e c t r a  are observed  for  this  sample.  These were probably 
excited  during  charging  and  discharging of t h e  C 7740 sample. 
Some evidence  of   e lectron  induced  dielectr ic  breakdown ( t h e  
Lichtenberg effect) was apparent   in  these samples. 

As i n   t h e  case of a Solex  sample  excited  by  an  electron 
beam i n  t h e  earlier study ( R e f .  l), t h e  strong  atomic  hydrogen 
and  carbon  lines  probably arise from exci ta t ion   o f   res idua l  
hydrocarbons  in t h e  vacuum i r r a d i a t i o n  chamber,  probably on t h e  
f ixed  beam aperture   af ter   the   aforementioned  oi l   contaminat ion  in-  
cident,   or  even on t h e  sample,  although  each  sample w a s  cleaned 
w i t h  pu re   e thy l   a l coho l   p r io r   t o   i n se r t ion   i n   t he   s ample   ho lde r .  

Of i n t e r e s t  i s  t h e  f a c t   t h a t  no  oxygen l i n e s  are exc i ted  
in  the  luminescence  spectrum  of C 7740 although  the  host  material 
i s  pr imar i ly   S i02   and   the   s i l i con   l ines  are in   great   evidence.  

It was noted t h a t   t h e  charging  and  discharging phenomenon 
also  occurred  for  specimens  of C 7056 and Spec t ros i l ;  however, 
no l ine  luminescence was recorded  in  the  corresponding  spectro- 
grams, a t  least f o r  t h e  prel iminary  plates   developed  a t  NASA/LRC. 

That   impur i ty   l ine   spec t ra  do not   appear   for   Spec t ros i l  
samples i s  ind ica t ive  of the   very  low impurity  content  of these 
high  grade  opt ical  materials. However, l ine   spec t ra ,   bo th   impur i ty  
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Figure 12 Electron-Induced Luminescence of Corning 7740 
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Figure 12 Electron-Induced Luminescence of Corning 7740 (cont'd) 
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Figure 13 Electron-Induced Luminescence of Corning Glasses 



and latt ice spectra ,   in   Spectrosi l   could  be masked 
tive de-excitation  continuous  spectra. The fact 
s i l i c a  samples  do not   discolor  upon i r r ad ia t ion  
t h a t  t h e  samples are w e l l  annealed  during 
color  center  formation  proceeds a t  a low enough rate, a t  Feast 
f o r  t h e  irradiation  doses  used  during these experiments, that.. 
the  l ine  spectra   ar is ing  therefrom are probably masked by the  
continuous  spectra  due  to  radiative  de-excitation  processes. 

Continuous  Luminescence 

Relat ive  densi t ies  as a function  of  wavelength  for  seven of 
the  nine sample  types  (Figs. 9 through  14) were obtained from 
the  preliminary  plates  developed a t  NASA/LRC. 

Use was made of t h e  f ive - s t ep   neu t r a l   dens i ty   f i l t e r   ( t r ans -  
mission  values : 100% T, 50% T,  25% T, 12% T and 6% T) a t  the  
saggital  focus  of t h e  spectrograph  to  obtain a wide  range  of 
photographic  (optical)   densit ies on t h e  spectrograms  of t h e  lumi- 
nescence. Some of  these are recorded  in  the  above-referenced 
figures  of t h e  preliminary plates and were used in  determining 
the  optimum dens i t i e s ,  and  hence optimum electron beam and  sample 
parameter  values  to  be  used  in t h e  f i n a l   p l a t e s   f o r  good ca l ibra-  
t i on  and data  reduction. The unlabeled  tracings  correspond  to 
spectrograms  obtained  without t h e  neutral   densi ty  f i l ter .  Numerous 
equipment  problems  and  program delays as mentioned  previously, 
and unavai labi l i ty   of   addi t ional  program funding to  cover these, 
precluded  calibration and data  reduction  of t h e  f ina l   p l a t e s .  
However, some conclusions  can  be drawn from t h e  preliminary 
p la tes .  

Transmittance  curves  for most of t h e  materials studied, 
some before and a f t e r   e l ec t ron   i r r ad ia t ion ,  are presented  in 
Figure  15  (Refs. 30 and  31) and Figures  16  through 18 (Ref.  32). 
Since t h e  i r radiat ion  f luences n our program varied from 
7.95 x 1013 t o  1.27 x 1015 e/cm , these transmittance  cumes are 
of  use  in  discussing  self-absorption  effects  occurring  in t h e  
samples,  especially a t  t h e  short  wavelength l i m i t .  Since  the 
in t ens i ty  of  luminescence as recorded on a spectrogram is depen- 
dent on many parameters,  including  emulsion  spectral  sensitivity, 
spectrograph and t r ans fe r   op t i c s   mi r ro r   r e f l ec t iv i t i e s ,   g ra t ing  
eff ic iency,  and  sample transmittance, among others ,  i t  i s  possible  
t o  draw only a few conclusions  of a quali tative  nature  concerning 
t h e  spectral   luminescence  characterist ics of t h e  samples on t h e  
basis  of t h e  spec t ra l   dens i ty  and spectral   transmittance  curves.  

h 
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Figure 14 Electron-Induced Luminescence of W Grade Magnesium Fluoride 
(cont I d )  
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Figure 16 Transmittance of W Grade Sapphire 
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'Ar , .  For  Corning  types 7740, 7056 and  0080, t h e  short  wavelength 
,--.limits of t h e  luminescence are approximately  285,  300,  and 320 nm, 

respectively  (Fig.  ~13)  corresponding  approximately  to  the  trans- 

.&* 

$:& 

', mission limits of these materials (see Fig.  15). The order  of f/ t h e  th ree  materials above i s  also  the  order  of decreasing lumi- 4 nescence  intensity. The dens i t i e s ,  and  hence i n t e n s i t i e s ,  of 
luminescence  for C 7740 and C 7056  become approximately  equal 

4: beyond 385 nm, whereas t h a t  f o r  C 0080 decreases  considerably 
'i below t h e  two a t  wavelengths  longer  than 360 nm. The coloration 

of i r r ad ia t ed  C 7740 and C 7056 w a s  approximately t h e  same brown 
tone,  whereas t h a t  of C 0080 w a s  a greenish-brown. 

n'! 

The uv wavelength limits of t h e  luminescences a r i s i n g  from 
t h e  i r r ad ia t ed  uv t ransmit t ing materials are approximately 240, 
190, 185, and 150 nm for   Spec t ros i l  B, uv grade  sapphire,  LiF, 
and MgF2, respectively  (Figs.  9, 10, 11, and  14). The corres- 
ponding uv transmission limits of these materials are 170,  145, 
105,  and  113 nm (Figs.  15  through  18). Some of the  discrepancies 
between luminescence  and  transmittance limits can  be  explained 
by t h e  apparent  shift  to  longer  wavelengths of t h e  uv transmittance 
limit fo r   t he   i r r ad ia t ed  materials (Figs.  16  through  18).  Also 
t h e  grat ing  used  in  these preliminary  runs w a s  blazed a t  300 nm, 
so t h a t   t h e  e f f i c i e n c y   a t  150 nm is low. An explanation  for t h e  
luminescence  dip a t  approximately 230 nm for   i r rad ia ted   L iF ,  and 
other  features w i l l  have t o  await ca l ib ra t ion  and data  reduction 
of t h e  f ina l   p l a t e s .  

In  general ,   for t h e  same electron  energy and f lux t h e  lumi- 
nescence  density, and  hence in t ens i ty ,  of t h e  uv transmitt ing 
materials  can be l isted  in  decreasing  order of i n t ens i ty  as 
follows: uv grade  sapphire,  lithium  fluoride, magnesium f luor ide ,  
and the  fused  s i l icas   (Spectrosi l  B, Suprasi l  11 and C 9741). 

Some of th.e uv  specimens were noticeably  colored by t h e  
e lec t ron   i r rad ia t ion :  t h e  uv grade l i t h ium f luor ide  became a 
bright  yellow, t h e  uv grade  sapphire a l ight   beige,  and the 
Corning  9741 a l i g h t  brown. These are a t t r i b u t e d   t o  broad  absorp- 
t ion  bandsodue to   co lor   cen ters  and can  be  bleached  out by heat- 
ing   to  400 C (Ref.  32). The Spec t ros i l ,   Supras i l  and uv grade 
magnesium f luor ide  samples appeared  not  to be colored by repeated 
electron  fluences up t o  1615 e/cm2. 

The above information on luminescence  efficiency, uv cutoff 
limits and radiation-induced  absorption  for  the  various uv 
transmitt ing materials is e r t i n e n t   i n  t h e  f ina l   se lec t ion  of t h e  
window mater ia l   for   the  Srb0-Y90 Cerenkov radiat ion  source  for  
plate ca l ibra t ion .  
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The general  shapes of t h e  luminescence  density C$<!S f o r  
Van de  Graaff  electron-irradiated  Spectrosil   (Fig.  9)' 8&- 
SrgO-YgO source-irradiated  Spectrosil   (Fig.  8 )  are q u i t e p i m i l a r  
i n  shape, w i t h  both  peaking a t  approximately 330 nm; thi%s.is not  
unexpected  since t h e  incident  electron  energies are approximately 
t h e  same i n  both  cases,  viz. 2 MeV and  2.2 MeV, respectively.  
The uv limit of luminescence  recorded i n  these spectrograms is 
limited  primarily by t h e  spec t r a l   s ens i t i v i ty   o f  t h e  emulsion 
(ge la t in)   o f  t h e  Kodak 103a0 p la tes   in   th i s   reg ion  - viz.  approxi- 
mately 220 run - which were used for  convenience  in these prelimi- 
nary  experiments. 

Information on t h e  re la t ive  contr ibut ions  of  t h e  Cerenkov 
rad ia t ion  and de-exci ta t ion  radiat ion  in  t h e  uv wavelength  region, 
obtained from a comparison  of intensi t ies   of   luminescence  in  t h e  
Oo and ec configurations,  and t h e  quan t i t a t ive  dependence  of th.e 
luminescence  intensity on such  parameters as electron  energy  and 
f lux,  sample type  and  thickness, among others ,  w i l l  have t o  await 
ca l ibra t ion  and data reduction  of t h e  f ina l   p l a t e s .  

CONCLUSIONS 

A study was conducted  of t h e  luminescence fBduced by 1 /2 ,  1, 
2 ,  and 3 MeV e lectrons a t  fluxes from 6.63 x 10 t o  5.30 x 10l2 
e/cm2-sec in   nine  opt ical   mater ia ls ,   most ly   of  t h e  uv transmitt ing 
types. 

Both continuous  and line  luminescence were recorded  spectro- 
graphically w i t h  an effect ive  resolut ion  of  between 0.8 nm and 
1 .6  nm over the  u l t r a v i o l e t  and nea r   v i s ib l e  wavelength  regions. 

No temperature  effect was recorded  in t h e  luminescence fo r  
1/4-in.-thick  Spectrosil B over t h e  range -70°F t o  100°F irra- 
diated w i t h  2 MeV electrons a t  a flux  of  1.33 x 10'' e/cmt-sec. 

Direct  excitation  of  si l icon, aluminum, boron  and lead atoms 
of the  Coming  Pyrex C 7740 by electrons,   indicated by f i v e  S i 1  
l i n e s ,  three A 1 1  l i n e s ,  one B I  l i n e  and  one  PbI(R) l i n e  - a l l  
s t rong  pr incipal   and/or   pers is tent   l ines   in  their  r e spec t ive .  
spec t ra l  series - are as expected from t h e  composition  of  this 
boros i l ica te   g lass .  The HP and C I  atomic l i n e s  are a t t r i bu ted  
to   e lec t ron   exc i ta t ion  of t races  of o i l   i n  t h e  system. 
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1 ~~ Atomic  l i n e s  in the  electron-irradiated  fused s i l ica  and uv 

1- 

k S =  rade  sapphire  are:probably  obscured by t h e  more intense con- p"f. inuous  luminescence. 

Experimental   d i f f icul t ies  w i t h  t h e  equipment  and  contamina- 
t ion problems  concerning t h e  fabr ica t ion  of a SrgO-YgO Cerenkov 
source   for   p la te   ca l ibra t ion   resu l ted   in  numerous program delays; 
these, coupled  with program  funding  problems,  precluded  calibra- 
t i on  and data  reduction of some fo r ty   f i na l   p l a t e s .  

Analysis  of t h e  re la t ive  densi ty   t racings  of  some of t h e  
preliminary  plates on seven  of t h e  nine sample types  yields t h e  
following  quali tative  conclusions.  The materials,   in  order  of 
decreasing  intensity  of  continuous  luminescence  induced by elec- 
trons of a particular  energy and f lux,  are as follows:  uv  grade 
sapphire,   l i thium  fluoride,  magnesium f luoride,  and t h e  fused 
s i l i ca s   (Spec t ros i l  B, Suprasi l  11, and C 7941),  and  Corning 
types C 7740, C 7056 and C 0080. The short  wavelength limit of 
t h e  luminescence  generally  approached  the  short  wavelength  trans- 
mission l i m i t  of t h e  material modified by electron-induced 
absorption and sample  thickness. 

The quant i ta t ive  dependence  of t h e  continuous  luminescence 
in t ens i ty  on such  parameters as electron  energy and f lux ,  sample 
type  and  thickness, among others,   and t h e  r e l a t i v e   i n t e n s i t i e s  
of t h e  Cerenkov  and de-excitation  radiation components await 
ca l ib ra t ion  and data   reduct ion  of   the  f inal   p la tes .  

A 38 C i  SrgO-YgO Cerenkov radiation  source  designed and 
constructed  in t h i s  program  and ca l ibra ted  a t  one  wavelength, 
can be used fo r   ca l ib ra t ion  of t h e  f inal   p la tes   using  revised 
procedures  concerning weak light  sources as specified  herein.  

RECOMMENDATIONS 

Three main recommendations are indicated.   First ,   funding 
sh.ould  be  provided t o  complete the   u l t r av io l e t  luminescence 
program. This would involve  calibration  of t h e  for ty   spectro-  
scopic lates containing  the  luminescence  spectrograms  using 
the  Sr9 8 -Ygo eerenkov uv radiation  source  and/or  tungsten-iodine 
irradiance  standard,  and  subsequent  data  reduction  thereof  using 
t h e  IBM-360 d t g i t a l  computer  program. 
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Data thereby 
versus  wavelength 
used t o  determine 

obtained,  expressed i n   u n i t s  of nW/crn2Tster-m 
at  resolutions  of 0.8 nm and 1.6 nm, w$y+d be 
the  dependence  of t h e  continuous  lumiqeec-ence 

p' 

on such  parameters as s e l e  type  and  thickness, electron. energy 
and flux, and on t h e  relative contributions  of t h e  Cerenkov  and 
de-excitation  radiation components. 

. .  . 

Second, the  proton  irradiation-luminescence  experiments 
should  be  conducted  to complement t h e  corresponding  electron 
irradiation-luminescence  experiments  conducted  under  the  present 
program i n  t h e  uv region,  and  to  supplement t h e  data  on proton- 
induced  luminescence  obtained  in t h e  earlier program (Ref. 1). 

Final ly ,  t h i s  program should  be expanded t o  cover th.e in- 
f rared  region;   the last wavelength  region  of  interest   in  this 
general  technology program involving  indigenous  space  radiation 
e f f e c t s  on o p t i c a l  materials of scient i f ic   instruments .  

Continuous  luminescence  radiation w i l l  be  generated by 
charged  par t ic les   in   infrared  t ransmit t ing materials of   infrared 
spectrometers and radiometers  used  in  atmospheric dynamics  and 
energy  balance  studies,  temperature mapping and temperature 
sounding  of  surfaces and  atmospheres  of planetary  bodies.  In- 
f ra red  components of in te res t   inc lude  germanium object ive  lenses ,  
t h e   i r t r a n  series of f i e ld   l enses ,   s i l i con   de t ec to r s ,  and  various 
infrared  beamsplit ters,   compensating  plates and interference 
f i l t e r s  of  corresponding  interferometer  (Fourier)  spectrometers 
and multiple  infrared  radiometers. 

Of the  continuous  luminescence  radiation  generated  in  in- 
f rared  t ransmit t ing materials, de-excitation  radiation w i l l  
probably  account  for a major par t   thereof .  Cerenkov rad ia t ion  
w i l l  also  be  generated  in  infrared  transmitt ing  materials  in t h e  
infrared  wavelength  egion as long as t h e  d ie lec t r ic   cons tan t  
E i s  greater  than p-'. The contribution of t h e  t o t a l  lumines- 
cence t o  t h e  response  of t h e  infrared  detectors  downstream from 
t h e  infrared  transmitt ing  optics must  be known i f  meaningful 
quant i ta t ive  measurements are t o  be made of t h e  in f r a red   f i e ld  
under  observation.  Although some data  have been obtained on 
electron- and proton-induced  infrared  radioluminescence of some 
inf ra red   op t ica l   mater ia l s ,  t h e  measurements were made using 
photoconductive  detectors  in  conjunction w i t h  a series of  broad- 
band-pass f i l t e r s   y i e ld ing   da t a  on in tegra ted   in tens i t ies   over  
only  four  quite  broad  wavelength  regions  for  only a r e l a t i v e l y  
few  number of infrared materials of   interest   to   current   space 
programs  (Refs. 4 and 5). 
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The techniques developed for NASA/LRC under Contract 
iT3, ' NAS1-7734 for the visible and ultraviolet wavelength regions can 

1 be eastly adapted-.to permit measurements in the infrared wave- 
. .  

I length region t o  16,000 m. 
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APPENDIX A 

FEASIBILITY STUDIES : EERENKOV SOURCE 

The r e q u i r e m e n t s   f o r   t h e   u l t r a v i o l e t   r a d i a t i o n   s o u r c e  were 
t h a t   t h e   r a d i a t i o n   b e  a cont inuum  extending  f rom  the  l i thium 
f l u o r i d e   c u t o f f   i n t o   t h e   n e a r   v i s i b l e ,   t h a t  i t s  s p e c t r a l   i n t e n -  
s i t y  be   comparable   to   tha t   o f   the   observed  Van de  Graaff e l e c t r o n -  
induced  luminescence,   and  that  i t  b e   s t a b l e   o v e r   l o n g   p e r i o d s .  
A l o g i c a l   c h o i c e  w a s  a Cerenkov r a d i a t i o n   s o u r c e .  The theo ry  
a n d   c a l c u l a t i o n s   i n   s u p p o r t   o f   t h i s   c h o i c e  are presented  below. 

Theory 

,! Light   emiss ion   f rom  th i s  phenomenon was f i r s t   r e p o r t e d  by 
Cerenkov  (Refs. 33 and 3 4 )  who demonstrated t h a t  fast  e l e c t r o n s  
pas s ing   t h rough   t r anspa ren t   med ia   r e su l t   i n  t h e  emission  of  
l i g h t   i n  a cont inuum  ex tending   f rom  the   v i s ib le   in to  t h e  u l t r a -  
v i o l e t .  A classical t h e o r y   o f   t h i s   e f f e c t  was developed  by 
Frank  and Tamm (Ref. 19) .  The emission was shown t o   r e s u l t  from 
t h e  i n t e r a c t i o n  between a c h a r g e d   p a r t i c l e  whose v e l o c i t y  is  
g r e a t e r   t h a n   t h e   p h a s e   v e l o c i t y  of l i g h t   i n   t h e  medium and   t he  
d i e l e c t r i c   f i e l d   o f   t h e  medium. The t h e o r y   y i e l d s  t h e  fol low- 
i n g   e x p r e s s i o n   f o r   t h e  number of photons,  NE, w i t h  wavelengths 
between h and h2 e m i t t e d   a l o n g   t h e   p a t h   o f  a c h a r g e d   p a r t i c l e  
of i n i t i a t  energy,  E :  

c 

1 

1 where (Y = f i n e   s t r u c t u r e   c o n s t a n t ,  N 

P = r a t i o  of t h e  v e l o c i t y   o f   t h e   p a r t i c l e   t o   t h e   s p e e d   o f  
l i g h t  

n = refractive index   o f   t he  medium f o r   t h e   e m i t t e d   l i g h t ,  
and 

1 = p a t h   l e n g t h   o f   p a r t i c l e   w i t h i n   t h e  medium. 

The l i g h t  i s  e m i t t e d   i n  a hollow  cone  about t h e  d i r e c t i o n  
of t h e  p a r t i c l e  w i t h  a c h a r a c t e r i s t i c   a p e x   a n g l e ,  2 8 ,  def ined  
by 1 

cos  e - - Pn (2 1 
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-g?This angle  decreases as t h e  par t ic le   energy   degrades   in  i t s  
:crpassage  through  the.medium,  and  light  emission  ceases when t h e  
-. part ic le   veloci ty-reaches  l /n .  

I f  t h e  charged  par t ic les   have a d i s t r i b u t i o n  of energ ies ,  
then   the   fac tor  p ~ ,  the   p robabi l i ty   o f  a par t ic le   energy  between 

Belcher  (Refs. 35 and 36) and  Anderson  (Ref. 36) have  presented 
t h e o r e t i c a l  and  experimental   resul ts   for  Cerenkov  emission  from 
several   radioisotopes  in   aqueous  solut ion.  Of p r t i c u l a r   i n t e r e s t  
are the i r  da ta   for   th ree   pure-be ta  emitters: Tl’04, and 
SrgO-YgO in  secular   equi l ibr ium.  Pure-beta  emitters are t h e  
most des i rab le   s ince  t h e  e f f i c i e n c y   f o r  Cerenkov  emission  by 
betas  i s  grea te r   than  t h a t  for   other   types  of   radiat ion  and t h e  
radiat ion  hazards  are less. Srg0-Y90 was found t o   b e  a par t icu-  
l a r l y   d e s i r a b l e   p a r t i c l e   s o u r c e   s i n c e  it produces 47 quanta 
between 300 nm and 700 nm pe r   d i s in t eg ra t ion  and has a h a l f - l i f e  
of 27.7 years.  

E and E + dE, must  be  included i n   t h e   i n t e g r a l   i n   E q u a t i o n  (1). 

In tens i ty   Calcu la t ions  

Calculations were performed  to  determine t h e  absolute   inten-  
s i t y  of t h e  Cerenkov r a d i a t i o n   i n  t h e  mid-uv  from an  aqueous 
solut ion  of  Srg0-Y90. Two assumptions were made in   t hese  cal-  
cu la t ions :  

(1) That t h e  be tas   suf fe red  no number l o s s   i n  t h e  slowing- 
down process from either absorption  or  escape from t h e  
ves se l ;  

(2)  T h a t  t h e  medium and t h e  ves se l  do not  absorb t h e  emitted 
Cerenkov r ad ia t ion .  

The S r  90-Y90 beta  spectrum  of Mears and  Cole  (Ref. 37), 
normalized  to  one  disintegration, w a s  used   in   the   ca lcu la t ions .  
T h i s  spectrum w a s  divided  into  increments of 0.1 MeV and i n t e -  
grated  over  each  interval.  The contr ibut ion  of  each of  these 
in t e rva l s  by both  primary  and  degraded  betas  to t h e  photon 
emission  in a one nm interval about 215 nm was t h e n  computed. A 
photon  output  of  0.92  photons/dis was obtained. When extended 
t o   t h e  300-700 nm range,  an  output  of 80 photons/dis w a s  obtained. 
This value compares favorably w i t h  t h e  Anderson  and  Belcher 
(Ref. 36) data  of 47 photons/dis  over t h e  same range  in  which 
p a r t i c l e  number losses  and  escapes were included. 
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For  purposes of comparison,  typical 
encountered   in   exper imenta l   i r rad ia t ions  
were ca l cu la t ed  from da ta   ob ta ined   i n   t he  
Soda lime g l a s s   i r r a d i a t e d  w i t h  1 MeV 
2.5 x 10l2 e/cm2-sec exhibi ted  an 
ster-nm a t  4 3 nm. Spec t ros i l  
a t  1.3 x 10” e/cm2-sec 
ster-nm a t  362 nm. The ca l cu la t ed   va lue   fo r   an  aqueous so lu t ion  
of SrgO-YgO of  0.92  photon/dis-nm a t  215 nm e x t r a   o l a t e s  t o  
5.2 x nW/mCi-ster-nm a t  362 nm and  3.7 x nW/mCi-ster-nm 
a t  403 nm. Thus approximately 40 C i  of Sr90-Yg0 would  be  required 
t o   o b t a i n  a source  luminescence  equal  to t h a t  of  soda lime and 
800 C i  t o   equa l  t h a t  o f   Spec t ros i l  a t  the  wavelengths   c i ted.  

Source  intensi t ies   of   this   magni tude  present   several   prob-  
lems. Anderson  and Belcher (Ref.   36)  reported  non-linearity  of 
luminescence   wi th   spec i f ic   ac t iv i ty   o f  SrgO-Ygo sources   in  t h e  
pCi/m! range.  Specific act ivi t ies  of kCi/mB probably  cannot  be 
at ta ined  because  of   solubi l i ty   problems.  The radiat ion  hazards  
and  handl ing  problems,   par t icular ly   for  a l iqu id   source ,  are 
severe.  

Some of these d i f f i c u l t i e s   c a n   b e  overcome  by use  of a 
so l id ,   ra ther   than   l iqu id ,   be ta   source .   In  t h i s  concept,   betas 
would pass from t h e  source  through a t h i n  window i n t o  t h e  lumi- 
nescing medium. This  arrangement  overcomes  problems  of  impuri- 
t ies ,  n o n l i n e a r i t y ,   s p e c i f i c   a c t i v i t y ,  and par t ic le   escape,   and 
alleviates t h e  handling  problem  to some exten t .  

It was tentat ively  concluded from  an  examination  of t h e  
luminescence  data  in  Reference 1 t h a t  t he   l i gh t   emi t t ed  from the  
electron-irradiated  fused  s i l ica   specimens was primarily  eerenkov 
rad ia t ion .  Th i s  conclusion is subs t an t i a t ed  by two observations:  
t h e  observed  energy  per  unit   wavelength  of  the  radiation  in  the 
low v i s i b l e  and near  uv  region  appears  to  follow  the l / h 3  d i s -  
t r i bu t ion   p red ic t ed   fo r  Cerenkov r ad ia t ion  by Frank  and T a m  
(Ref.  19)  and t h e  ca l cu la t ed   i n t ens i ty  of Cerenkov r ad ia t ion  
emitted a t  400 nm by fused s i l i ca  i r r ad ia t ed   w i th  1 MeV e lec t rons  
i s  comparable t o  t h a t  observed  in  Reference 1. A poss ib le  
Cerenkov radiat ion  source  could  therefore   consis t  of a th in-  
window SrgO-YgO source   u t i l i z ing   uv-grade   fused   s i l i ca  as a 
medium. 

Calculations were therefore  erformed  to  determine t h e  
Cerenkov  output a t  200 nm from SrgO-Ygo b e t a s   i n   s i l i c a .  The 
necessary  assumptions  have  been  previously  described. An out- 
put  of  0.63  photons per d i s i n t e g r a t i o n  was  obtained.  This i s  
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'\:xequ.%valent to 1.8 x loo3 nW/mCi-ster-nm i f  a 4a  d i s t r i b u t i o n  is 
=assumed. T h i s   i n t e n s i t y   e x t r a p o l a t e s   t o  3.0 x loo4 nW/mCi-ster- 

m at  362 nm. As :previously  ment ioned,   Spectrosi l   i r radiated 
w i t h  3 MeV e l ec t rons  a t  a f lux  of   1 .3  x 10l2  e/cmz-sec exhib i ted  
a l ight   output   of   4 .2  x 102 nW/ster-nm at  362 nm. Thus a be ta  
source  intensity  of  approximately  1400 C i  would  be  required  to 
produce a Cerenkov output   equa l   to   tha t   o f   Spec t ros i l  a t  362 nm 

i i r radiated  under   the  descr ibed  condi t ions.  The l i gh t   ou tpu t  a t  
i'. 403 nm from soda lime g l a s s   i r r a d i a t e d   w i t h  1 MeV e l ec t rons  a t  

a flux  of  2.5 x 10l2  e/cmZ-sec was  1.5 x 10 nW/ster-nm. Extrapo- 
l a t i o n   o f  the ca lcu la t ed   va lue   fo r  SrgO-Ygo be tas   inc ident  on 
fused s i l ica  yields   an  intensi ty   of   2 .2  x 10-4 nW/mCi-ster-nm a t  
403 nm. Thus a 70 C i  source would be  required  to   produce 
eerenkov  rad ia t ion   equal   to   tha t   o f   soda  l i m e  g l a s s  a t  403 nm 
irradiated  under   the  descr ibed  condi t ions.  

1 

A Srg0-Y90 source   s t rength  of the  order   of  1000 C i  would 
therefore   be  required  to   obtain  Eerenkov  radiat ion w i t h  an  inten- 
s i ty   approximat ing   tha t   observed   in   e lec t ron- i r rad ia ted   Spec t ro-  
sfl.  T h i s  is a minimum s i n c e   l i g h t   i n t e n s i t i e s  a t  least 50 times 
higher  than  those  previously  discussed  for  soda lime were observed 
in   fused  si l icas i r r a d i a t e d  a t  higher   e lectron  energies  and 
fluxes.  

The above ca l cu la t ions   fo r  a Cerenkov  uv  source were subse- 
quent ly   ref ined by three  major  modifications:  

(1)   Self-at tenuat ion  of  t h e  radioisotope  source was taken 
into  considerat ion.  

( 2 )  Extended  source  calculations were performed t o   c o r r e c t  
f o r  t h e  f i n i t e   s i z e  and  proximity  of t h e  source  and 
absorbing medium. 

(3)   Di rec t iona l i ty  of the  Cerenkov r ad ia t ion  was  factored 
in to   t he   ca l cu la t ions .  

The maximum feas ib le   s t rength   o f  a SrgO-YgO beta  source w a s  
calculated.  The source w a s  assumed t o   c o n s i s t  of S r T i O  with a 
s p e c i f i c   a c t i v i t y  of 60 C i / g m  and  density  of  3.93 gm/cm 3 ; these  
da ta  are nominal  values  obtained from Reference 38. The source 
container  was assumed t o   c o n s i s t   o f   s t a i n l e s s  steel  w i t h  a 10- 
m i l  window. The maximum thickness of t h e  source material w a s  
defined as t h a t  thickness  which,  together  with t h e  10-mi1 window, 
attenuates  the  highest-energy  betas  of Sr90-Yg0, 2.2 MeV, t o   a n  
energy  of 0.3 MeV, t h e  Cerenkov cutoff   energy  in   fused s i l i ca .  
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The se l f - a t t enua t ion  of a SrgO-YgO source 0.3-cm thgek with 

a 10 -mi l   s t a in l e s s  steel window was then  calculated.  The s0urc.e 
was cons idered   to   be   d iv ided   in to   t en   l ayers   o f   equa l   th ickness ,  
and t h e  energy  a t tenuat ion  of  SrgO-Ygo be tas  from  each  layer 
passing  through t h e  remaining  layers  and window was calculated.  
The assumptions  of no number losses   of   betas ,   and  perpendicular  
passage  through  the  source material were made. S ince   t he   o r ig i -  
n a l  SrgO-YgO beta  spectrum was normalized  to   one  dis integrat ion,  
t h e  r e su l t an t   o f  t h i s  ca l cu la t ion  was an  attenuated  beta  spec- 
trum normal ized   to   one   d i s in tegra t ion   of   una t tenuated   ac t iv i ty .  

The theory  of  Frank  and Tamm (Ref.  19) was then  used  to  
c a l c u l a t e  t h e  Cerenkov radiat ion  output   of   betas  w i t h  t h i s  
a t tenuated  spectrum  incident  on f u s e d   s i l i c a .  A Cerenkov output 
of  0.11  photons/dis-nm a t  200 nm w a s  obtained. 

An output  of  0.63  photons/dis-nm  had  been  calculated  pre- 
v ious ly   for  t h e  unattenuated  betas  of SrgO-YgO on fused s i l ica .  
An output of 0.16 photon/dis-nm  would  be  expected from t h e  e f fec-  
t i v e  loss of   be tas   a t tenuated   to   energ ies  less than  0.3 MeV. 
The lower  output  of t h e  a t t e n u a t e d   b e t a s   r e f l e c t s  t h e  s i g n i f i c a n t  
energy  degradation  of t h e  s e l f - a t t enua ted  Sr90-Yg0 beta  spectrum. 

The above r e s u l t w s  t h e n  a p p l i e d   t o  a reasonable  source-to- 
fused s i l i c a  conf igu ra t ion   i n   o rde r   t o   ca l cu la t e  a Cerenkov out- 
pu t   fo r  a p r a c t i c a l   s i t u a t i o n .  A Sr90-Yg0 source 1 .5  c m  i n  
diameter  and  0.3 cm t h i c k  w i t h  a 10-mil window w a s  assumed. 
Tota l   s t rength  of t h i s   sou rce  would  be  approximately 130 C i .  
Standard  techniques ( R e f .  39) were u s e d   t o   c a l c u l a t e  t h e  flux 
of   unat tenuated  betas  from  such a source  through a 0.6 c m  diameter 
area placed  0.3 c m  from, a ra l le l  t o ,  and  coaxial   with t h e  source. 
A f lux  value  of  7.6 x 101 P e/cm2-sec w a s  obtained. 

When t h i s   r e s u l t  i s  a p p l i e d   t o  t h e  prev ious ly   ca lcu la ted  
Cerenkov ou tpu t   pe r   d i s in t eg ra t ion ,  t h e  Cerenkov  source  steradiancy 
would be  1.6 nW/cm2-ster-nm a t  400 nm i f  uv uniformity  over 27~ 
i s  assumed. A typical  experimental   value  (Ref.   1)  for t h e  
s t  radiancy  of  fused s i l ica  i r r a d i a t e d  w i t h  e l ec t rons  i s  36 nW/ 
cm*-ster-nm a t  400 nm f o r  3 MeV e l ec t rons   i nc iden t  on quar tz  a t  
2.5 x 1OI2 e/cm2-sec. In t ens i ty   o f  t h e  Eerenkov  uv source would 
thus  be a t  least 20 times too low. 
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' .  ~ ~ The source  would  be  too  intense,  however,  for  the  second 
proposed   appl ica t ion :   the   ca l ibra t ion   of   photomul t ip l ie rs   used  
i n  star trackers. _- .The-   i r radiance of a zero  magnitude star 
(Ref. 40) i s  -approximately 8 x 10-6 nW/cm2-nm a t  i ts  peak  near 
380 nm. The i r r ad iance  a t  30 c m  from a 1 cm2 sou rce   i n  t h e  
previously  descr ibed  configurat ion is  1.8 x 10-3 nW/cm2-nm a t  
400 nm, a factor  of  approximately 200 higher  than  desired.  

The accuracy  of  the  Eerenkov  calculation was checked  by 
comparing  experimental  values  for 3 MeV e lec t rons   inc ident  on 
fused s i l ica  with a ca lcu la ted   va lue   under  t h e  given  experi-  
mental  conditions.  This  comparison  had  been made previously w i t h  
the  assumption  of a 4~ d i s t r i b u t i o n .  

The d i r e c t i o n a l i t y   o f   t h e  Cerenkov l i g h t  w a s  considered i n  
t h e  present  comparison. Some unpublished  data on the  Cerenkov 
l igh t   emi t t ed  a t  angles  of Oo, 45O, and 90' from a 3 MeV e lec-  
t ron  beam inc ident  on fused s i l ica  were used  for  this  purpose.  
It w a s  assumed t h a t  t h e  l i gh t   ou tpu t  was symmetrical i n  t h e  
forward  direction,  and  extrapolations were made i n  t h e  backward 
d i rec t ion .  A c o r r e c t i o n   f a c t o r   f o r  Cerenkov ca l cu la t ions  a t  
3 MeV was derived by d iv id ing  t h e  sreradiancy a t  Oo by t h e  spheri-  
ca l   i n t eg ra l   o f  t h e  experimentally  observed  steradiancy. The 
Cerenkov  output i n   t he   fo rward   d i r ec t ion   pe r   s t e r ad ian  was found 
to  be  approximately 0.13 o f   t h e   t o t a l   o u t p u t .  

This   factor  was a p p l i e d   t o  t h e  calculat ion  of   100 nA of 
3 MeV e l  c t rons   inc ident  on f u s e d   s i l i c a  and a s teradiancy of 
1.4 x 10 s nW/cm2-ster-nm at  400 nm w a s  ob ta ined   in  t h e  forward 
direct ion.   This  i s  a f a c t o r  of 4 higher  than t h e  measured  value 
of 36 nW/cm2-ster-nm. The source  of t h i s  discrepancy i s  not  
known, s ince  good agreement  between  calculated  and  measured 
values was expected  for  the  simple  geometry  of t h i s  problem. 

The i n t e n s i t y   o f   t h e  maximum f e a s i b l e  Cerenkov  source  (130 
C i  of SrgO-YgO) would thus  appear t o  be 20-100 times lower  than 
needed for   ca l ibra t ion   of   spec t roscopic   p la tes   under  t h e  experi-  
mental  conditions  used  in  Reference 1 and  approximately 200 times 
higher   than  that   desired for ca l ibra t ion   of   photomul t ip l ie rs .  

An i nves t iga t ion   i n to  t h e  techniques  of  fabricating SrgO 
sources   revealed  that  O m ,  for  one,   uses  microspheres  of  stron- 
tium t i t a n a t e   i n  which the  voids  are i n i t i a l l y   f i l l e d   w i t h  
molten aluminum, thereby  forming a uni f ied   source .   In  t h i s  con- 
f igurgbion  the m a x i m u m  p r a c t i c a l   s o u r c e   i n t e n s i t y  i s  about 50 C i  
of S r  . 
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The use  of  revised  procedures  of  recording the luminescence 
a t  lower densities  and  development  of a modif ted  plate   cFkibra-  
t ion  technique  using a l o w  in tens i ty   i r rad iance   s tandard$are  
discussed earlier The procedures  permit effective use  o f ; a  
nominal 50 C i  Srg6-Y90 eerenkov  uv  radiat ion  source  in   spectro-  
s c o p i c   p l a t e   c a l i b r a t i o n s .  

Radioactive  Source  Hazard 

The 38 C i  SrgO-YgO source is  hazardous  and safe storage  and 
handling  procedures must be  exercised. 

The source  (Fig.   5)  consists  of a s t a i n l e s s  steel capsule 
conta in ing   microspheres   o f   s t ron t ium  t i t ana te   in   an  aluminum 
matrix,  The active volume i s  approximately 0.59 in .   in   d iameter  
by 0.12 in.  deep. The capsule  is  0.82 in .   in   d iameter  by 0.56 
in.   high w i t h  a recessed  0 .010-in.   th ick  s ta inless  steel window 
a t  one  end  adjacent t o   t he   sou rce .  The t h i n  window permits   beta  
p a r t i c l e   t r a n s m i s s i o n   t o  a t r a n s p a r e n t   d i e l e c t r i c  material f o r  
generation  of  Cerenkov  radiation. 

Strontium-90  and  yttrium-90 are in   secular   equi l ibr ium,  
since  Sr90  decays by beta  emission  with a 27.7 y e a r   h a l f - l i f e  
t o  Y90, which in   tu rn   decays  by beta   emission  to   Zr90,  which is 
s t ab le .  Beta end-point  energies are 546 keV for   Sr90 and 2 .27  
MeV f o r  Y90. Estimates o f   t he   a t t enua t ion   o f   t he   ac t iv i ty  by 
t h e  source  matrix  and window i n d i c a t e  t h a t  less than 10% of t h e  
YgO betas  are t ransmit ted  through  the window. 

Measurements  of t h e  source  beta  dose ra te  were made using 
LiF  thermoluminescence  dosimeters  which were e s p e c i a l l y   s u i t a b l e  
for  such  determinations  (Ref.  41). A value  of  1300  rad/hr was 
measured a t  one  foot  from t h e  window which i s  50% higher  than 
t h e  dose rate calculated  using a c lass ica l   formula .  

A beta  dose rate of  1300  rad/hr  (0.36  rad/sec) a t  1 foo t  
i s  equiva len t   to  a whole body dose i f   r e c e i v e d  by t h e  lens   of  
t h e  eye.  Viewing t h e  source  direct ly   without   the  benefi t   of  
t ransparent   shielding would probably  resul t   in   an  overexposure 
(1.25  rem/quarter). The use  of   t ransparent   shielding i s  manda- 
to ry  when handling  the  source.  

Bremsstrahlung  radiation from to ta l   absorp t ion   of   the   be ta  
r ad ia t ion  amounts to  approximately  120 mR/hr-Ci a t  1 foot  
(Ref.  42) o r  4.5 R/hr  a t  1 f o o t   f o r   t h e  38 C i  source. The 
average  bremsstrahlung  dose was  3.2 R/hr as measured w i t h  a 
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-.;Radector  at 1 foot  from the side of the source. In this direction 
the betas are completely absorbed and the bremsstrahlung is some- 
what attenuated. 

Other monitoring instruments will  give widely varying res- 
ponses when-exposed to the window  side of the source. The results 1 of such measurements must be interpreted carefully. 

The;.source  is currently stored in the steel and lead con- 
tainer (Fig. 6) described earlier. Dose rate measurements at the 
top and sides of the closed container are approximately 2 and 1 
mR/hr, respectively. 

59 



REFERENCES 

"Spectrographic  Studies  of  Luminescence  in  Charged-Particle- 
Irradiated  Optical  Materials,"  General  Dynamics  Fort  Worth 
Division  Report  FZK-364,  NASA  CR-66758 (21 March 1969). 

1. 

2. 

3. 

4. 

5. 

6. 

7. 

8. 

9. 

10. 

Code, A.  D.,  et al, "Ultraviolet  Photometry  from  the  Orbit- 
ing  Astronomical  Observatory. I. Instrumentation  and  Opera- 
tion,"  Astrophysical  J., - 161 (August  1970),  pp.  377-388. 

Jelley, J. V.,  Cerenkov  Radiation,  Pergamnon  Press, New 
York  (1958),  p. 22. 

Downing, R.  G., Snively;  F. T. and  Van  Atta,  W. K . ,  
"Investigation of Charged  Particle  Effects  on  Infrared 
Optical  Materials,"  AFML-TR-65-261,  Wright-Patterson  AFB 
(November  1965). 

Downing, R. G . ,  Snively,  F. T., and  Van  Atta, W. K., 
"Investigation  of  Charged  Particle  Effects on Infrared 
Optical  Materials,  Part 11," AFML-TR-66-224,  Wright- 
Patterson  AFB  (August 1966). 

A Study  of  Jupiter  Flyby  Missions,  Final  Technical  Report, 
General  Dynamics  Fort  Worth  Division  Report  FZM-4625 
(17  May  1966), p. 3-186. 

Favale, A.  J.,  Kuehne,  F.  J.,  and  D'Agostino,  M.  D., 
"Electron  Induced  Noise  in  Star  Tracker  Photomultiplier 
Tubes,"  IEEE  Trans.  Nuc.  Sci.  NS-14,  No. 6 (1967), p. 190. 

Reed, E. I., Fowler, W. B. Aitken,  C. W., and  Brun, J. F., 
"Some  Effects  of  MeV  Electrons  on  the OGO-I1 (POGO)  Air- 
glow  Photometers,"  NASA TM X-55791,  Goddard  Space  Flight 
Center  (March  1967). 

Op.  cit.,  Ref. 1, Appendix A, p.  122. 

60 



REFERENCES (Cont'd) 

12  . 

13. 

14. 

15. 

16. 

17.  

18. 

19. 

20. 

21. 

22. 

Compton, D. M. J . ,  Bryant, J. F., and  Cesena, R. A . ,  
"Mechanisms of  Optical  Emission  from Ruby Excited by Short  
Pulses .o.f--Relativistic Electrons , ' I  Physics of Quantum 
Electronics,  Conference  Proceedings, P. L. Kelley,  B. Lax, 
and_P.-E.  Tannenwald (eds.) ,  M c G r a w - H i l l  Book Co., Inc., 
New-York (1966), p.  305. 

Mitchell, E. W. J., and Townsend,  P. D., "The Luminescence 
from Ruby Excited by Fast  Electrons,"  Proc.  Phys. SOC. 
(London), - 81 (1963),  p.  12. 

de  Figueiredo, R. P. ,  On Fast   Electron Pumping of Ruby," 
Quantum Electronics,   Proceedings of t h e  Third  Internat ional  
Congress, P. Grivet and N .  Bloembergen (eds.),  Columbia, 
New York (1964), p .  1353. 

I 1  

LOW, W . ,  Appl. Phys. Letters, 4 5 (1964), p .  35. 

Co l l in s ,  G. B.,  and  Reiling, V. G . ,  "bxenkov  Radiation," 
Phys.  Rev., 2 (1938),  p.  499. 

Cerenkov, P. A . ,  "me Spectrum of Visible  Radiation  Pro- 
duced  by-Fast  Electrons;" Comptes Rendus (Doklady) Acad. 
S c i .  URSS, - 20, No. 9 (19381, p.  651. 

Greenfield,  M. A. ,  Norman, A . ,  Dowdy, A. H . ,  and Kratz, 
P .  M . ,  Beta- and Gamma-Induced Cerenkov  Radiation  in 
Water," J. Opt. SOC. h e r . ,  43, No. 1 (1953),  p.  42. 

I I  

Rich, J. A., Slovacek, R. E . ,  6 ~ n d   S t r u d e r ,  F. J. ,  
'I&renkov Radiation from a Co Source  in Water," J. 
soc. h e r . ,  43, No. 9 (1953), p.  750. 

Kodak Plates and F i lms  for  Science  and  Industry,  Kodak 
Publ icat ion No. P-9,  Eastman Kodak Co.,  Rochester, N. Y. 
(1967). 

Sawyer, R. A.,  Experimental  Spectroscopy, Dover Publica- 
t ions ,   Inc . ,  New York,  3rd  ed.  (1963),  pp. 254-287. 

" 0  Ib id  9 P* 203. 

61 



23. 

REFERENCES (Cont 'd) 

Chizhikova, 2. A. , "Luminescence  and  Vavilov- 
Radiation  in  Solutions Bombarded by Gama Rd 
and'  Spectroscopy, V I I ,  No. 2 (1959), p. 141. 

24. 

25. 

26. 

27. 

28. 

29 . 

30. 

31. 

32. 

33. 

34. 

35. 

36. 

Catalog No. 5, ICN Chemical  and  Radioisotope  Division, 
In te rna t iona l  Chemical  and  Nuclear  Corp., I m i n e ,  Calif. 

op. c i t . ,  Ref. 21, p.  276. 

Allison, R., and  Burns, J., "Ultraviolet   Sensi t izat ion of 
Photographic Plates w i t h  Sodium Sal icy la te , "  J. Opt. SOC. 
Am. 55 (1965),  p. 574.  

Allison, R., Burns, J., and  Tuzzolino, A. J., "Stab i l i ty  
of Fluorescence of Sodium Sa l i cy la t e , "  J. Opt. Soc. Am. 54 
(1964), p.  1381. 

Hahn, E. J., S c i e n t i f i c  Photography  Markets, Eastman Kodak 
Company, Rochester, New York, p r iva t e  communication 
(January  1970) . 
"EM1 Photomultiplier  Preferred Tube  Type Chart,"  Whittaker 
Corp., Jencom Div.,  Plainview, L. I., N. Y. 

'kinde  Optical Grade Sapphire,"  Linde  Crystal  Products 
Bulletin F-917-D, Union Carbide  Corporation,  Linde  Divi- 
sion,  East  Chicago,  Ind. 

Heath, D. F . ,  and Sacher, P. A . ,  "Effects  of a Simulated 
High-Energy Space  Environment on t h e  Ultravholet  Trans6 
mittance of Optical Materials Between 1050 A and 3000 A," 
Applied  Optics 5 (June  1966), pp. 937-943. 

Cerenkov, P. A.,  C. R. Acad. Sci. URSS 2 (1934), p.  451. 

Cerenkov, P. A., Phy.  Rev.  52 (1937),  p. 378. 

Belcher, E. H., Proc. Roy. SOC. A 216 (1953), p.  90. 

62 

" . .. -. . . . . . . . . . . . . .. . . .. - . . . .. .- .. .. 



._ 
f ".e 

1 
7 .,".:': REFEREN CES (Cont  d) I! . 

1 37. Mears, K. E., and  Cole, W. M.,  Lockheed Aircraf t  Co., 

1 38. Arnold, E. D., "Handbook of  Shielding  Requirements and 

Georgia Division, Report NR-73 (1959). 
t 

i Radkation Characteristias of  Isotopic Power Sources  for 
f :Terrestrial, Marine,'andj  Space  Applications, 'I Om-3576 
It (Aprtl  1964). '. 

"' 39. Handbook of Mathematical.Tables, Weast, Robert C. ,  Editor 
in  Chief, The Chemical  Rubber Co. (1964). 

40.  Draper, L. T. , "Star Tracker  Calibration," NASA R3 D-4594 
(June  1968) . 

41. Kastner, J. ,  Hukkoo, R.,  and  Oltman, B. G. ,  "Lithium 
Fluoride Thermoluminescent  Dosimetry f o r  Beta Rays ,'I i n  
Luminescence  Dosimetry, AEC Symposium Series 8, Frank H. 
A t t i x ,  ed.,  Report No.  CONF-650637, USAEC, Oak Ridge, 
Tenn. (April  1967), pp. 482-489. 

42. Los Alamos  Handbook of Radiation  Monitoring, LA-1835 (3d  ed.), 
Los Alamos Scientific  Laboratory,  Los Alamos, New Mexico 
(November 1958),  pp.  134,  137. 

43. Ibid.,  p. 134. 

UNCITED REFERENCES 

1. Zrelov, V. P., Cherenkov Radiation  in High-Energy Physics, 
Parts I and 11, AEC-Tr-7099  UC-34 TT70-50003, Ketter Press, 
Jerusalem  (1970). 

63 


